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PREFACE

This is an interim report of the LLL effort on NASA Contract No. C-13980-C, NASA-Lewis Research
Center, R. F. Lark, Project Manager, covering the period from 1974 through 1976. The objective of this effort is to
develop high-performance, lightweight, filament wound, compos:ie pressure vessels. This tcchrclogy is valuable to
the NASA Space Shuttle Programs and to many potential commercial ventures.
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HIGH-PERFOR. NCE FIBER/
EPOXY COMPOSITE PRESSURE VESSELS

ABSTRACT

During the 1974-1976 report period our principal efforts were directed in the
following areas:
® Determining the applicability of an ultrahigh-strength graphite fiber to composite pressure
vessels.

® Defining the fatigue performance of thin-titanium-lined, high-strength graphite/epoxy
pressure vessels.

® Selecting epoxy resin systems suitable for filament winding.

® Siudying the fatigue life potential of Kevlar 49/epoxy pressure vessels.

® Developing polymer liriers for composite pressure vessels.

The fiber performance and potential as a reinforcement for composites of the Thornel
Special graphite fiber were evaluated by testing fiber/epexy strands. Properties determined were
fiber uniformity, strength and modulus at room and liquid nitrogen temperatures, stress-strain be-
havior, effect of strain rate on fiber strength, and acoustic emission during tensile loading to fail-
ure. The Thornel Special graphite fiber was found to have a 3570-MPa failure stress, a 1.7% fail-
ure strain, a 206-GPa modulus, and a 1.77-Mg/m® density at 22 'C. Low temperature and various
strain rates appear to have no significant effect on fiber tensile properties.

We then used this graphite fiber in a program to develop thin-metal-lined fiber/epoxy
pressure vessels with fatigue lives greater than 1000 load cycles. The performance factor of the
composite (burst pressure X vessel voltme + composite mass) was found to be 351 kPa- m%/kg.
Both aluminum-lined ard titanium-lin:d pressure vessels were then filament wound with the
graphite fiber in an epoxy matrix. By subjecting vessels to hydraulic cyclic fatigue testing to
about 50% of the eapected burst pressure, the average fatigue lives of the aluminum-lined and
titanium-lined vessels were determined to be 462 and 2190 cycles, respectively.

We also conducted a study to formulate and select a state-of-the- irt epoxy resin for wet
filament winding. Pressure vessels using the high-modulus, high-strengts Kevlar 49 fiber were
wound with ten different epoxy systems. We determined fiber strand strength, shear strength, and
vessel performance for the different epoxies. On the basis of processibility, neat resin properties,
and vessel performance, an epoxy system based on the rubber-modified bisphenol F resin, diluted
with vinyicyclohexane dioxide, and cured with mixed aromatic amines was found to yield overall
performance comparable to the epoxy system based on the bisphenol A resin, diluted with
bis(2.3-epoxycyclopentylether.

Next, we attempted to develop fatigue-resistant polymer liners for pressure vessels to
contain nitrogen gas at room temperature. The nitrogen permeability of chlorobutyl rubber sheet,
coated with Saran, Parylene C, or both, was determined in flat specimens. Four 10-cm-diameter,
cylindrical Kevlar 49/cpoxy pressure vessels were fabricated with chlorobutyl rubber liners
coated with the polymers. These vessels were pressurized with nitrogen gas and then valved off to
about 65% (11.7 MPa) of the expected failure pressure. One vessel leaked: the other three showed
an average pressure loss of less than 1% per month.

The cyclic tatigue life of Kevlar/epoxy pressure vessels also was determined. Twenty -
five vessels were pressurized internally until they burst. Twenty-five vessels were tested under
sinusoidal cycling at 1 Hz, between 4% and 919% of the mean burst pressure. Twenty-five more



vessels were tested between 4% and 91% of mean burst strength with a rectangular pressure pulse
at 0.33 Hz. A few vessels also were tested for stress-rupture at the 91% load level. Cyclic fatigue
was found to depend on the time spent at peak load and on the number of stress cycles.

We fabricated Kevlar 49/epoxy and graphite fiber/epoxy pressure vessels, 10.2 cm in
diameter, some with aluminum liners and some with alternating layers of rubber and polymer. To
determine liner performance, we s'ibjected vessels to gas permeation tests, fatigue cycling, and
burst tests, measuring composite performance, fatigue life, and leak rates. Both the metal and the
rubber/polymer liner performed well. Next, we fabricated proportionately larger pressure vessels
(20.3 and 38 cm in diameter) and subjected them to the same tests. In these larger vessels, we en-
countered liner leakage problems with boch liners; the causes of the leaks were identified and
sume solutions to such liner problems are recommended. However. we have yet to produce a suc-
cessful, large-scale, polymer-lined pressure vessel.

PART I. ULTRAHIGH-STRENGTH GRAPHITE FIBER FOR
PRESSURE VESSEL APPLICATIONS

Properties of Graphite Fiber

We have examined the performance of an ultra-
high-strength, low-density graphite fiber that is being
considered for filament wound pressure vessels de-
signed for possible space shuttle applications. A poly-
acrylonitrile (PAN) based graphite fiber (Thornel
Special) is available by special order; the properties
claimed by the manufacturer, Union Carbide Corpora-
tion, appeared very attractive for tensile-critical appli-
cations. Thercfore, we thoroughly characterized this
fiber in fibcr/epoxy composites from an engineering
point of view We determined fiber uniformity, various
tensile properties, stress-rupture behavior. fiber pro-
cessibility in the filament winding process, and per-
formance of the fiber in pressure vessels.

Fiber Cheracterization

The Thornel Special graphite fiber is made from
a single-end. 1500-filament PAN precursor. The cle-
mental analysis is carbon 88.59°¢, hydrogen 0.30':,
nitrogen 7.609°7, chlorine 3.00% . ash 0.04¢ . and
oxygen 0.47% (by difference). The fiber strand is
slightly twisted, s ~proximately 0.15 wrns/cm. Average
fiber density, determined from three tests where the
fiber was immersed in kerosene and compared against a
calibrated quarts standard, is 1.77 Mg/m* at 23 C. In
many ways, this graphite fiber is similar to the com-
mercially available Thornel 400 graphite fiber, alvo
from the Lnion Carbide Corporation.

Thirty spools of graphite fiber were selected from
several batche:. We took three 2.54-m-long specimens
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from each spool and checked the weight variation of
the fiber strands. Figure 1 is a summary of these data
in denier (2/9000 m). The equivalent cross-sectional
arca of the fiber strands was calculated using the fiber
density and the average fiber mass of the three speci-
mens from each spool. The results are shown in Fig. 2.
The 3.5% coetficient of variation (CV) is considered
small. The average cross-sectional area of 4.022 x
107! cm? can be used for converting tensile load to fiber
stress in most engineering c-lculations.
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Fig. 1. Denier variation of the Thorne! Special graphite fiber:
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Fig. 2. Cross-sectional area of the Thornel Special graphite
fiber: average - 4.022 : 10 ' cm®, medium - 4.014 » 10! cm?,
standard deviation 0.142 < 10 ' cm*, €V 3.5%. N - M.

The Matrix System

We used a room-temperature-curable epoxy Sys-
tem, DER 332'/Jeffamine T-403 (100/36 parts by
weight), throughout the study. The pure resin system,
when gelled at ambient temperature overnight and
cured at 74°C for 3 i, has a typical tensile rupture
strength of 75.2 MPa, a rupture elongation of 5 ., and
a modulus of 3.4 GPa. We have previously studied this
resin system in detail.?

Fiber/Epoxy Strands

We used epoxy-impregnated fiber strand speci-
mens to determine the tenaile properties of the graphite
fiber. Over 5000 comzosite strands {approximately 180
fiber strands fronu each spool) were fabricated using a
vacuum filarient winding process. From a random
spool of fiter, we made almost 2000 more composite
specimen: to study the eftect of strain rate and liquid
nitrogen temperature on fiber tensile strength. Simi-
lar strand specimens also are being used to check the
stress-rupture behavior of the fiber composite. The
strands were impregnated with the epoxy system de-
scribed above and cured following the same schedule.
We determined the fiber olume content of 10 fiber/
epoxy strands selected randomly from each group of
180 specimens. The fiber content of these strands
averaged 64.2 vol'c, with a CV of 8.7 . The fiber
filament shapes are shown in Fig. 3.

Using a 25 4-cm gage length, we tested the tensile
strength of the strands at a constant crosshead speed
of I em/min with a simple clamping arrangement.

Dow Chermcal Company
Jetterson Chemical Company
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Fig. 3. Photograph of fiber filament shapes.

Our machine compliance was measured by varying
the gage length of the specimens. We used over 500
strand specimens to study the stress-strain behavior
of the Thornel Special graphite fibe r. Figure 4 shows
a typical struss-strain curve: the ordi aate indicates only
the fiber stress.” not the compo: ite stress. The dis-
tribution of the fiber failure prope ‘ties as well as the
fiber modulus are summarized in Iig. 5. The average
fiber properties—a failure stress of 570 MPa. a failure
strain of 1.7%, and a modulus of 206 GPa—are truly
owstanding among graphite fibers. However. the data
scatter, as indicated by a CV greater than 9%, is unde-
sirably high.
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Fig. 4. Typical stress-strain curve of the Thornel Special
gruphite fiher cakculuted from epory -impregnated stirands.

CEiber stress was calvulated by ignonng te mateiy contribution in
the strands
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Fig. S. Tensile properties of the Thornel Special graphite fiber/epoxy strands.

The effect of low temperature on fiber strength The effect of strain rate on the fiber tensile proper-
was determined by immersing composite strand speci- ties is of interest to many researchers. Table 2 shows
mens directly into liquid nitrogei.. We used a 12.7-cm such data based on strand specimicas from the spool of
gage length in this study. On the basis of tests per- fiber used for the previous tests. The strain rate effect,
formed at room temperatire and liquid nitrogen tem- if any, is minimal. We note that the minimal effects of
perature (Table 1), it is apparent that temperature over strain rate and liquid nitrogen temperature are consis-
this range does not affect the fiber tensile properties. tent with our previous data on many advanced fibers. >3

Tablke 1. Tensile prop rties of Thornel Special graphite fiber/epoxy strands at room and liquid nitrogen
temperatures: 50 and .  ~ecimens, all made fron a single spool of fiber, were tested at room and liquid
nitrogen temperatures, rc ectively.

Room temperature, Liquid aitrogen
Property N°C temperature, - 196°C
Aversge (ensile rupture stress
of fber,* MPa (CV, %) 38 1.0 3830 (7.8)
Flber moedulvs at 0.5% strain, GPa (CV, %) 208 (A1) 201 (8.4
Rupture strala, % (CV, % — 1.8 (8.2) 1.9 (9.6)

“Fiber stress was calculated by ignoring the matrix contridution in the strand specimens.
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Tabie 2. Strain rate effect on the tensile properties of Thornel Special graphite fiber/epoxy strands (10 speci-

mens tested at each strain rate).

Strais rate, min-’
Proverty 1.97 1.95 x 10! 1.97 x 9 197 x @2 1.97 x ¢

Rupture stress,

MPa (CV, %) 3860 (5.6) 3880 (4.9) 3788 (7.4) 3650 (4.)) 3690 (2.5)
Secant modulus

ot .5% straim,

GPa (CV, %) - - 209 (1)) 208 (2.2) 208 (2.8)
Rupture straia,

% (CV, %) —_ —_ 1.7 8.2) 1.7 (5.1 1.7 (A.8)

In searching for a nondestructive test to study the
failure of fiber composites, we found that acoustic
emission (AE) monitoring is most promising. We
tested 30 graphite fiber/epoxy strands under tensile
loading using AE monitoring. A typical plot of AE
vs fiber stress is shown in Fig. 6. The signal counts
are associated mainly with fiber failures. As indicated
in Fig. 6, no fiber damage was detected until the ap-
plied loa¢ exceeded 1380 MPa, approximately one-
third the ultimate fiber failure stress.

We also studied the long-term performance (stress-
rupture) of the Thornel Special graphite fiber/epoxy
strands. We took another 100 specimens made from
the spool of fiber used previously and loaded them
10 90% of the average fiber failure stress. The limited
data show that this graphite fiber/epoxy composite
is superior to other composite systems, such as aramid
fiber/epoxy and S-glass/epoxy.

Applications of Graphite Fiber
to Pressure Vessels

Basis for Study

The development of high-strength fibers and the
filament-winding process has made possible the manu-
facture of high-performance filament wound com-
posite pressure vessels. These vessels often have a
composite performance factor (i.e., failure pressure
X volume + mass) at least double that of titanium
vessels. Because pressurizing a composite vessel
causes the matrix to crack, unlined composiie vessels
are permeable even to liquids. To overcome this prob-
lem, the usual manufacturing technique is to filament-
wind the fiber/epoxy composite over a metal liner.
The liner acts as a bladder and prevents leakage of the
fluid stored in the pressure vessel; the filament over-
wrap provides the necessary strength. This technique
has been most successful fo: applications where fatigue
loading is not severe.

A lightweight filament wound pressure vessel is
appealing to the NASA Space Shuttle program. One

application requires the containment of gases at room
temperature plus a minimum vessel fatigue life greater
than 1000 cycles. To date, lightweight, thin metal lined
composite pressure vessels have not met the lifetime
requirement for two basic reasons. First, during each
pressure cycle, the metal liner yields and experiences
significant plastic deformation both on pressurization
and on depressurization. Significant plastic deforma-
tion leads to poor fatigue life in metals. Thus, after rela-
tively few cycles, cracks develop in the metal liner and
the pressure vessel leaks. These cracks occur most
often in the liner welds or weld regions because the
weld strength is usually less than that of the parent
metal. Second, for very thin liners, failure of the ad-
hesive bond between the metal liner and the composite
allows the liner to buckle on depressurization. Because
of this repeated buckling, the liner cracks usually after
only a tew more cycles.

To overcome these fatigue life problems, we in-
corporated several new concepts into our pressure

10 Ll ' | TT ‘ I
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Fig. 6. Typical curve of fiber stress vs AL signal counts under
tensile loading of the Thormel Special graphite fiber/epoxy
strands: galn - 80 dB, bandwidth - 100 to 300 kH:.
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vessels. First, we used the experimental, fairly high-
modulus, ultrshigh-strength Thornel Special graphite
fiter. Although a high-modulus fiber would greatly al-
leviste the metal liner problem, the commercially
available high-modulus fibers lack the strength of the
glass or aramid fibers. Our choice of the Thorael Spe-
cial graphite fiber was the best available compromise.
Secoad, we used a metal liner with a high yield streagth,
hypothesizing that the plastic deformation of a high-
yicld-strength liner would not be as severe as with &
lower-yield-streagih metal. Thi;d, we used a moder-
ately thian liner 1ather than an ultrat\Min liner so that
the buckling resistance of the liner wou'd not depend
so heavily on maintaining the integrity «f the liner-
to-composite bomi. The increassd liner thickness
also would help provide better dimensional control of
the liner during machining and welding. Fourth, we
made as few welds as possib'e and used metal liner
materials with weld-region yield strength as close as
possible to the yield strength of the parent metal.

Winding Study of Graphite Fiber/Epoxy
Pressure Vessels*

We fabricated a number of 10.2-cm-diamete:,
chlorobutyl-rubber-lined pressure vessels to determine
the composite and fiber performance of our vessel

jo——v—144 mm

0.5 mm-thick buty! rubber liner

Hoop wraps, 0.256 mm
wound at 90 deg

Longitudinal wraps, 0.48 mm
nd at 13 deg

Hoop wraps, 0.49 mm wound at 90 deg -

Fig. 7. Typical dimencions of a 10.2-cm-diameter, Nament
wound pressure vessr! (velume = 999 : 8 cm?).

Pressure, MPa

0 02 04 06 8 1.0 1.2 1.4
Strain, %

Fig. 8. Pressure vs deformation curves from three rubber-kned,
10.2-cm-diameter, Thornel Special graphite fiber/epoxy vessels:
solid lines demote the hoep sirain band, dashed lines denote the
axiel strain band.

design (see Fig. 7). After testing some preliminary
vessel designs, we defined our winding pattern and
wound 18 vessels on a numerically controlled winding
machine. The epoxy system used was XD 7818 (Dow
Chemical Co.) with Jeffamine T-403. During winding,
the fiber/epoxy impregnation operation was conducted
inside a vacuum chamber held at approximately 658 Pa;
we used a constant 4.5-N winding tension.

The details of the winding pattern, cure, and
vessel performance are given in Table 3. The vessels
were hydraulically burst with oil at a constant pres-
surization rate of 6.9 MPa/min using a feedback con-
trol system. Figure 8 shows the pressure vs deformation
curves for three of these vessels. The strains were
obtained from strain gages attached to the outer hoop
layer of the pressure vessels.

From these results, several points are apparent.
First, the average vessel performances are signifi-
cantly higher than we previously found for another
graphite fiber/cpoxy composite,” where we report-
ed a graphitc/epoxy vessel performance of 0.286
MPa-m7/kg. In the present study, the average vessel
performance factor was found to be 0.450 MPa- m*/kg.
This performance factor is better than that found for
S-glass but less than that determined for Keviar 49.
Second, the data scatter in terms of vessel burst
pressure or vessel performance factor is still ruher




Table 3. wmummsm&u.mwmw/mxy-m
sure vessels (CS-18 through CS-35): rubber Maer thickness = 0.S Rm, test temperature = 23°C.

15-vessel Cv, Masximum Minimen
Duts average % valwe value
Veseel Data
Volume, V, 0* m* 9.023
Burst pressure, P, MPs 28.712 7.6 30.54 23.06
Faillure location mixed
Performance facter,
MPa: m?/kg: fiher, PV/W, 0.451 7.4 0.538 0.3
compesite, PV/W, 0.351 7.8 e.41 .3
Compesite Data
Mass, kg: Bber, W, e.08542 3.6
compesite, W 0.069 4.0
Fiber comtent, vel% 6.3 2.8
Vessel wall thickness,
men: hoop 0.74
longitudinal 0.48
Winding Data
Longitudinal angie, deg 1]
Hoop-to-longitudinal
fiber ratie 178
Winding pattern 36-band, clesed
Layers (interspersing): hoop €2+ 9
longitudinal 4 (mome)
Total windiag circuits: hoop %7
longitudinal 1088
Extra reinforcement noRe

"Epoxy resin system: XD 7818/ T-403 (100/ 49 parts by weight), gelied for 16 h 2t 21 C and cured for 3 b at 99°C.

large (e.¢.. the high burst pressure was 30.5 MPa and
the low was 23.0 MPa). The CV. however, was 8.6% .
which is less than the CV for the graphite fiber/epoxy
strands (9.3¢).

Metal-Lined Graphite Fiber/Epoxy Vessels

We next made metal-lined fiber/epoxy pressure
vessels 10.2 ¢m in diameter. The 0.051-cm-thick liners
were machined from anncaled bar stock with integral
titings. For comparative purposes. liners were made
trom 5086 aluminum and from 6A1-4V titaniun,. Figure
9 shows the liner design. The liner halves were elec-
tron-beam butt welded with very close tolerances on
weld parameters (¢.g.. drop through, channeling, root
porosity). During ¢lectron-beams welding, aluminum
or titanium vings were bonded in place and were not
removed during testing,

Siv liners were made from cach metal. Before
winding, all 12 liners were glass-bead blasted. vapor
degreased with trichlorocthylene., and then coated with
Yte 4 g oof adhesive. The room-temperature-curable
cepoxy adhesive was Dow XD 7875.02/Dow DER
732/amino-cthy lethanolamine (80/20/11.9). The ves-
selh were then filament wound over the metal liners
using the same technigues and epoxy as vere used for

o}‘

the rubber liners. Essentially the same winding pattern
was used for both the metal and rubber liners, except
for a slight modification in the number of hoop wind-
ings. This modification was made in an attemnt to
compensate for the partial load-bearing character of the

—— 140 mm

70mm I Electron-beam
T butt weld

102 mm

0.51 ¢+ 0.05 mm

Tack bond
with epoxy

251 0.25 mm

Fig. 9. Design of the metal mandrel used 11 wind the 10.2-cm-
diameter presssre vesaels.
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metal liners. One vessel of each type was wound and
tested. Afer this, a further modification was made in
the winding pattern for the remainder of the vessels.
Tables 4 and 5 give the details of the winding patterns
and vessel weights of these aluminum- and titanium-
lined pressure vessels.

One titanium-lined and one aluminum-lined vessel
were burst tested (following the same technique as used
for the rubber-lined vessels) to ¢stablish the ap-
proximate average burst pressure. The performance
factor based on total vessel mass, was 0.155
MPa-m?*/kg for the titanium-lined vessels and 0.1i5
MPa-m?*/kg for the aluminum-lined vessels. Figure 10
shows typical pressure vs strain curves obtained during
these burst tests. The strain gages again were bonded to
the outer hoop wraps. The remaining vessels were then
proof tested to 50% of the expected burst pressure. Typ-
ical strain vs pressure curves of these proof tests are
shown in Fig. 11.

After the proof tests, the vessels were hy-
draulically cycled at 0.33 Hz with 2 sinusoidal pressure
w ~ 1 failure occurred. The peak cyclic pressure
v - of the expected vess:1 burst pressure. During
CYCu. &, the minimum pressure was 4 (aluminum-
lined vessels) and 29 (titanium-lined vessels) of the
peak pressures. Tables 6 and 7 summarize the burst
pressures, test levels, cyclic lives, and failures for cach
test. The aluminum-linzd vessels (Table 6) had an .ver-
age cyclic hfe of 462 cycles tlow of 585 cycles and high

Pressure, MPa

Fig. 10. Pressure vs strain curves for typical titanium-lined and
alumirum-lined Thornel Special graphite fiber/epoxy pressure
vessels, 10.2 cm in diameter: solid curves demote titanium-lined
vessel results, dashed curves denote aluminum-lined vessel re-
sults, and the x points denote vessel failures.

Table 4. Winding pattern and fabrication data for Thornel Special graphite fiber/epoxy* vessels lined with
0.S-mm-thick aluminum 5086 (vessel volume a coiistant 0.965 x j0-* m?),

Vessel No.

Duta All vessels CS-36

CS-37 Cs-38 CS-»

Compesite Data
Wall thickmess, mm: hoop 0.43
longitudinal 0.74
Mass, kg: total vessel”
composity
fiber
one boss 0.0128
adhesive coating 0.002 to 0.004
Fiber content, vol‘%
Windiag Data
Longitudinal angle, deg 13
Winding pattern 36-band, closed
Hoop-to-longitudinal
fiber ratio
Layers (interspersing): hoop 62+ 9
longitudinal ¢4 (none)
Total winding circuits: hoop 998
longitudinal 1080
Extra reinforcement None

“Epoxy resin system: XD 7818/ T-403 (100/49 parts by weight), gelled for 16 h at 2) (' and cured for 3 h at 80°C.

"Two-boss design.




Table S. Winding pattern and fabrication data for titanium-lined Thorme! Special graphite fiber/epoxy?® ves-
sels lined with 0.5-mm-thick titanium 6A1-4V (vessel volume a constant 0.965 < 10 m?3).

Vessel Ne.
Deta AN vessels Cs-41 CS-42* CS-43 CS-44 CS-45 CS-46
Cempesite Deta
Walt thickmess, mm: hoop 0.74
longitudiaal 0.8
Mass, kg: total vessel* .22 0.2467 0.2423 0.2461 0.2479 0.2482
compesite 0.0634 0.0747 0.0658 0.0653 0.0724 0.073
fiber 0.0003 0.05% 0.0558 0.0552 0.0552 0.0546
one boss 0.020
adhesive coating 0.002 1o 0.004
Fiber contest, vei% 7.8 .0 78.3 78.9 8.2 6.6
Winding Data
Leagitudinel angie, deg B
Winding pattera 36-band, closed
Heop-to-loagitudinal
fiber ratio 178 L% 1M 1.9%4 1.94 1.94
Layers (interspersing): hoop 62+ 4
longitudinal 4 (none)
Total winding circuits: hoop 47 1047 1047 147 14?7 1047
longitudinal 1380
Extra nh_l:uneu N_o_ne

*Epoxy re: in system: X1V 7518/ T-493 (100/49 parts by weight), gelied for 16 h at 21°C and cured for 3 h at 80°C.

"No adbsive vsed tu and composite to aer.
“Two-boss design.

of 960 cycles). The titanium-lined vessels (Table 7) had
an average cyclic life of 2190 cycles (low of 1780 cy-
cles and high of 2540 cycles). Each of the fatigue fail-
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0.5
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Strain, %

0.2
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0 5 10 1% 20
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Fig. 11. Typical pressure vs straim curves during the first load
cycle to S0% of the expected fallure pressure of (Haniom-/ined
and aluminum-lined pressure vessels: solid curves demote
tianium-lined vesse! resuits, dashed curves denote aluminum-
Hoed vessel results.

l}.

ures was due to leakage caused by cracks in the metal
liners. Leakage was easily detected by AE monitoring.

After these tests were completed, the vessels were
cut in half for inspection. All of the cracks that led to
the fatigue failures occurred in the center welds. Evam-
ination of the liner-to-composite adhesive bond indi-
cated that this bond had 1ctained its integrity during the
cyclic testing of both the aluminum-lined and the
titanium-lined vessels.

We were able to achieve an average cyclic life of
more than 200 cycles in the titanium-lined vessels.
the primary reason for this relatively high fatigue life
is the high strength of the titanium bladder: i.c., during
each cycle to the load level, the titanium liner under-
went very little plastic deformation. The cyclic pres-
sure vs strain curves in Fig. 11 show very little plastic
deformation for the titanium-lined vessel. Conversely,
Fig. 11 shows that there was substantial plastic defor-
mation in the alt ninum-lined vessel. In fact. because
the aluminum-lined vessel did not load or unload elas-
tically, the aluminum liner yielded both on pressuriza-
tion and on depressurization. This same phenomenon is
indicated in the pressure vs strain curves during the
burst tests; Fig. 10 indictes by the change in slope
that the titanium liner yielded at about 6% of the burst
pressure whereas the aluminum liner yielded at about
20% of the burst pressure. Thus a low fatigue life for
the aluminum-lined vessels must be expected.




wmaw

Table 6. Burst pressure and cyclic fatigue for 5086 aluminum-lined Thornel Special graphite fiber/epoxy

pressure vessels.
Vessel No.
Data CS-36 CS-37 CS-38 CS-3» CS-40 CS-474
Burst
pressure, MPa 20.82 2.4 - - - 25.82
Fatigue life at
50% load level,
cycles —_ —_ s 372 960 —_
Failure
locatioa" F F w W W ¥
Performance factor,
TVM (TVM-1), 0.113 o.116 -— —_ - 0.148
MPa-m/kg (0.121) 0.129) (0.161)
Strain at failure,
%: hoop - - - - - 0.98
axial —_ —_ —_ -— —_ 0.58
Strain at 50% load
level, %: hoop - —_ 0.51 —_ 0.43 —_—
axial —_ —_ 0.40 — 0.37 —_

“Winding difficulties; questionable test.
"F - fitting failure, W = weld failure.

‘Performance factors based on total vessel mass (TVM) and total vessel mass minus the mass of one boss (TVM.1).

Qualitative correlation can be made between the
present fatigue data and the fully reversed. uniaxial
fatigue data for titanium and aluminum. Reference 8
gives a titanium (6A1-4V) fatigue life of about 1470
cycles, at the point where measurable plastic strain
first appears during each cycle. and an aluminum
(5456-H3I11) fatigue life of about 49 vycles, when
appreciable plastic strain occurs curing each cycle. An

exact correlation of the present data and the data for
uniaxial specimens is not possible primarily because it
is very difficult to measure the significant strains in the
liner-thickness direction during pressurization und
depressurization.

The total vessel performance factor for the titan.
ium-lined vessel is approximately the same as the max-
imum performance obtained for all-titanium vessels.®

Table 7. Burst pressure and cyclic fatigue for 6AI-4V titanium-lined Thornel Special graphite fiber/

epoxy pressure vessels.

Vessel No.
Data CS-41 CS-42* CS-43 CS-44 CS-48 CS-46
Burst
pressure, MPa 28.58 - —_— _— ».88 -—
Fatigue life at
50% load level,
cycles - 1780 2540 2200 - 2230
Failure
location" H w w w F .,
Performance factor,
TVM (TVM-1),' 0.118 0.188
MPa - m*/kg (0.126) - - - 10.170) -
Strain ot failure,
% hoop -— - —_ - 1.22 —_
axlat -_— - - - 0.8 -
Strain at 0% load
level, %: hoop . - -— - —_ 0.%4
axisl — —_— -— -— —_— 0.32

*No adhesive used to bend composite (o Hiner.
"H = hoop fallure, F = fMtting faiture, W - weld fallure.

‘ Performance factors based on tetal vessel mass (TVM) and total vessel mass miuus the mase of ome bess (TVM.1).

v




Fig. 12. Photograph of typical end failures during burst tests of titanium-lined (left) and sluminum-lined (right), Thornel Special

graphite fiber/epoxy pressure vessels.

As is indicated in Table 7. this performance factor
could be increased about 8% by replacing one boss
with a dummy boss. A further increase in performance
could be gained by improving our filament winding
pattern to produce a balanced vessel (i.e., one with
random failure locations). The current winding pattern,
fixed after testing only one vessel, forced the burst
tailure to the fitting region (Fig. 12). in addition, some
further gains in vessel performance may be possible
with a better liner design. The limit to such improve-
ments is somewhere below the composite performance
factor given in Table 3 for an all-composite vessel
(0.351 MPa-m*/kg).

Ultrathin Titanium Liner"

An ultrathin titanium liner was tested in an attempt
to improve the performance of the previous titaninm-
lined graphite/epoxy pressure vessels. The purpose of
this work was threefold: (1) to halve the wall thickness
of the titanium liner so that the vessel burst per-
formance could be improved to at least 0.224
MPa- m'/kg, (2) to develop a less costly liner fabri-
cation method because machining full-size liners out
of solid bar stock is prohibitively expensive, and (3) to
determine the fatigue life of this ultrathin-titanium-
lined vessel for cycling to 50% of the mean expected
burst pressure.

Figure 13 is a schematic drawing of the finished
0.25-mm-thick titanium liner. In the manufacturing
process, circular blanks were cut from 1.52-cm-thick
6A1-4V titanium plate. The circular blanks were then
heated to about 941°C and held at that temperature
for 12 to IS min. By forcing the heated blanks through
a lubricated die. we were able to forge clongated hem-

ispherical blanks. These were air cooled, annealed for
I h at 704°C, and then air cooled again. The hemis-
pherical blanks were machined on a tape-controlled
machine; just before making the final machine cuts,
the liner halves were vacuum annealed following Mil-
H.81200 A, Table 1V. After the liner halves were
electron-beam butt welded. each full liner was leak
tested by pressurization to a level well below the point
of plastic deformation. In addition, four liners were
burst tested: the burst pressures were 5.58, 5.54, 5.50,
and 5.53 MPa. Al failures occurred as a result of axi-
ally oriented cracks in the cylindrical section of the
liners.

Three sets of vessels were filament wound with
the Thornel Special graphite fiber at a winding tension
of 4.5 N. With the first set. successive changes were
made in the winding pattera so we could determine
which pattern produced maximum vessel periormance.
The second set of vessels was wound with a fixed
winding pattern selected from the results of tests on
the first vessel set. The third set of vessels was wound
using the same fixed winding pattern on a redesigned
titanium liner. The basic difference in the liner was a
more gradual ransition from the boss to the liner thick-
ness (see Fig. 14). The winding tension was again 4.5
N. It was necessary to apply an increasing internal
pressure (fror1 0.45 to 0.62 MPa) during the winding
process and cure cycle to avoid collasping the ultra-
thin liner. Details on the final winding pattern and
the cure cycle are given in Table 8.

Testing and Results

For testing, the vessels were cither pressurized
with oil at a constant rate of 6.89 MPa/min until fail-




fo———70 mMm ——]

140 mm

X2025mm | In-plane
{ 2 places) Electron-beam contour
37.8 mm butt weld Coordinates
[ , [ X Y
! i : 0.00 | 50.80
| i l 348 | 5056
| ! ‘ 7.75 | 4958
k ; 1184 | 4798
| A - 1892 | 42.90
, ! 21.87 | 38.65
| | | 2436 | 36.07
. ; I 2637 | 32.18
1 J 2799 | 28.12
- 2018 | 23.88
26 1035 0.25 * 0.05 mm
mm
Fig. 13. Design of the 10.2-cm-diameter tianium alloy (6A1-4V) liner.
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™ Fig. 14. Redesigned titanium shoy Noer.
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Table 8. Final winding pattern and test results for the ultrathin, (set 1): titanium-lined Thornel Special
graphite fiber/epoxy* pressure vessels: liner thickness = 0.25 mm, test temperature = 23°C.

Vessel No.

Data Mean T-13

T-14 T-18 T-16 T-17

Vessel Data

Volume, 0 m* 9.625

Burst pressure, MPs

Fallure locatien"

Performance factor,

MPs- m'/kg: composite

total vessel

Composite Data

Mass, kg: total vessel® * 0.199
composite 0.112
fiber 0.088

i iber content, vol% ns
Vessel wall thickness,

mm: hoop 2.7
longitudinal 1.32

Wiading Deta
Loagitudinal ungle, deg (mia) 3
Wiading pattern 36-band, closed

Layers (interspersing): hoop 82+6) 8(2+6)
longitudinal 6(nome) 6(mone)

Total winding circuits: hoop 1600 1600
longitudinal 1728 1728

82+6)
6(nome)

82+6) %2+6) 82+6)
6(none) 6(mone) 6(nowe)
1600 1600 1600 1600
1728 1728 1728 1728

“Epoxy resin system: XD 7818/ T-403 (100/49 parts by weight), gelied for 16 h at 40°C and cured for 3 h at 80°C.

"H = hoop fallure, F - fitting failure.

‘ Includes typical weights: mandrel = 76.S g (including total boss weight of 13.6 g), adhesive = 2.1 g, Keviar 49 support rings - 0.4 g

(see Table 7 notes).

ure, or sinusoidally cycled at a rate of 0.66 Hz between
0+ and 50% of their expected burst pressure. After
three of the first four vessels tested failed by leakage
and could not be burst, we examined the liners and dis-
covered that during pressurization, small cracks had
developed from a stress concentration located at the
transition from the liner thickness to the boss.

To obtain a failure by burst, the boss ends of the
insides of subsequent vessels were coated with a flex-
ible epoxy (Mereco 4051). Coating the ends also en-
abled the vessels wound with the final winding pattern
to withstand a substantial number of fatigue cycles
before the cracks in the vessel ends propagated beyond
the coated region. These early tests indicated that the
fatigue life of the weld region was at least 2000 cycles
at the 50% load level, well beyond the NASA Space
Shuttle requirements.

Table 9 gives burst pressures and fatigue lives for
the optimal winding pattern (second set of vessels);
Table 10 gives burst performance for one vessel and
fatigue lives “or six vessels wound with the final fixed
winding pattern and the redesigned liner (third set of
vessels). For all of the vessels with the stress concen-
tration (sets one and two) except one, leakage failure

ORIGINAL PAGE IS
OF POOR QUALITY

ovcurred because of end cracks propagating beyond the
coated region. Leakage failure in the one exceptional
case caused by a fatigue crack in the weld region (ves-
sel A, 4000 cycles at about 50% expected burst pres-
sure). All the fatigue tested vessels in the third set
experienced leakage failure resulting from a fatigue
rack in the weld region. Figure 1S shows typical axial

Table 9. Cyclic fatigue life of the second set of ves-
sels, those with the fixed winding pattern.

Vessel No.* Cychic Wfe," ' cycles
T19 N
T-20 020
T2 Jose
22 19384
T3 1938
T4 3488
T-28 1720
“Vessel fahrication identical to that of T-13 and T-18 of set 1.

"Four cycies per minute, | to S0% of expected burst pressure.

“In sl cases, vessel leakage resulied from prepagation of end
cracks beyond the coated regien.

‘Minimom value; chart recorder stuck.




Table 10. Burst performance and cyclic fatigue
life of the third set of vessels, those with the rede-
signed titanium liner.

Burst performance,
kPa -m'kg

Vessel No.* *
T-26 -—
27 -
T-28 -
T-29 -

3 236

Cyclic life, cycles
8400
1680

3

T-32

“All vessels were wound as described in Table 8. The rede-
mandrel

signed weighed » incressing the total vessel weight
byMS%mnlmn:nneth& v

"All vessels except T-26 had welds with incomplete penetration.
‘Four cycles per minute, 1 to 50% of expected burst pressure.

1650
00
402

and hoop strains for burst tested vessels wound with
the final fixed winding pattern. In the fatigue tests,
vessel leakage was determined by AE monitoring.

Discussion

We were able to achieve 2 mean total vessel burst
performance of 0.241 MPa-m%/kg for small metal-
lined vessels in which the two bosses comprised about
7% of the total vess=l weight (see Table 8). As a com-
parison, Ref. 11 presents data for spherical, titanium-
lined Kevlar 49 vessels for which a maximum total
vessel burst performance of 0.189 MPa-m%¥/kg was
achicved. Reference 12 provides data for spherical,
stainless-steel-lined Kevlar 49 vessels: a maximum
total vessel burst performance of 0.202 MPa-m*/kg
was obtained. The corresponding maximum perfor-
mance achieved in our present work is 0.258 MPa-m?¥/
kg. Thus, in terms of burst performance, our titanium-
lined graphite/epoxy system is some 30% better than
these reported Kevlar 49 systems.

1.2

0.8

20 30
Pressure, MPa
Fig. I1S. Typical axial \:olid curve) and hoop (dashed curve) st-

reins on the owter surfaces of the fiber/epoxy composite in the
cyladrical portion of the vessel.

Axial —
direction

—

Pressure

increase  —

| | |

5 10 1 20 25 30
Pressure, MPa

Fig. 16. Typical axial and hoop strains on the outer surface of
the fiber/epoxy composite in the cylindrical portion of the vessel
during the first load cycle to 50% of the expected burst pressure.

Furthermore, the axial and hoop failure strains in
the graphite-overwrapped vessei ure only approxi-
mately 1.2% . compaied with 1.8% in the Kevlar-over-
wrapped vessel. Thus. the fatigue life of the graphite
vessel should be significantly greater than that of the
Kevlar vessel because, as observed previously, smaller
strain changes during each cycle tend to increase the
fatigue life of the liner.

The redesigned liner (used in the third set of ves-
sels) successfully solved the problem of the stress
concentration at the ends of the titanium liners. Thus,
it was no longer necessary to coat the inner ends of
these vessels with epoxy. The redesigned liner was
slightly heavier, however, resulting in an increase in
total vessel weight of about 5%. During the fatigue
tests of the third set of vessels, all failures resulted
from cracks in the welds. Figure 16 plots the cyclic
strains during the first fatigue cycle for a typical ves-
sel wound over this redesigned liner.

Unfortunately, after the first vessel was welded
with the same weld parameters as were used with the
first two sets, difficulties were encountered. Specifi-
cally, the welding process “burned” a couple of small
holes through the second vessel. Therefore, cooler
welds were used for the remaining vessels in the third
set. However, this change created another problem.
The remaining vessels in this set were found to be
defective, having welds with incomplete peneiration
(see Fig. 17a). Thus, except for vessel T-26, the first
one in this set, the vessel fatigue lives at the 50% load
level were low (see Table 9).

Because of the liner problems (stress concentra-
tions and incomplete weld pentration), careful study
of the fatigue data will be required to determine cor-
rectly the fatigue life of a “normal™ vessel (see Fig.
I7b). The one test vessel free from both liner problems




Fig. 17. Photomicrographs of electron-beam butt welds: (a)
poor weld in a 0.25-mm-thick liner, (b) good weld in 2 0.25-mm-
thick liner, (c) good weld in a 0.5t-mm-thick liner.

had a fatigue life of 8400 cycles at the 50% load level.
All of tne vessels in the first two sets had “good™
welds, but because the end cracks propagated out of the
coated region before any weld cracks formed, these
fatigue data only give a lower bound on the weld fatigue
life. On the basis of data fromn eight different vessels,
this lower bound is somewhere between 1935 and 3485
cycles. The one vessel in the first set that leaked from
a crack in the weld region (not from an end crack)
lasted 4000 cycles. Thus, it appears that the minimum
fatigue life of the ultruthin-titanium-lined vessels meet-
ing both conditions (no stress concentration and ™ good™
welds) is greater than 2000 cycles and could be as high
as 4000 cycles.

The relatively high fatigue life of the weld region
i. surprising in view of past experience. Because the
tit: nium liner used in this study is only half as thick
as the liner used in the previous work, one would ex-
pect that the plastic strain change per cycle would be
greater in the ultrathin liners and that the fatigue life
of the weld region thus would be lower. The photo
micrographs in Figs. 17b and 17¢ reveal why the welds

‘2

in the ultrathin liners have better fatigue lives, even
though the welds in the previous liners were twice as
thick. In the thick-liner weld (Fig. 17¢), there are more
geometric discontinuities in the form of notches and
weld-bead drop-throughs. The ultra-thin-liner weld
(Fig. 17b) is not nearly as V-shaped and therefore the
transition from the cast weld material to the parent
liner material is not as distinct. The. . factors all serve
to reduce the stress concentrations on the ultrathin-
liner weld and produce a longer fatigue life.

Conclusions

From the above described studies of graphite fiber
and the ultrathin metal liners for composite pressure
vessels, we draw the following conclusions:
® The Thornel Special graphite fiber in an epoxy
matrix has a modulus of 206 GPa, a rupture tensile
stress of 3570 MPa, and a rupture strain of 1.7%.
The fiber tensile properties are not affected by
liquid nitrogen temperature or by various quasi-
static strain rates. The data scatter, however, is on
the undesiratly high side.

® For long-term, tensile-critical applications where
composite density also is a key consideration, we
consider the Thornel Special graphite fiber to be
one of the best fibers for composites.

® For applications where the environment is hostile
and where shear and compression stresses also are
present, the Thornel Special graphite fiber is one
of the most attractive fibers that can be made com-
mercially available. However, the quality consis-
tency (i.e., large CV) of the fiber must be im-
proved before this fiber can become an acceptable
engineering material.

® The average composite performance factor for
the Thornel Special graphite fiber/epoxy cylindri-
cal pressuie vessel was determined to be 0.35)
MPa-m*/kg. Because of its greater yield strength,
a titanium-lined graphite tiber/epoxy pressure ves-
sel was found to have substantially better fatigue
lite (for cycling to 50% of the expected burst pres-
sure) than an aluminum-lined vessel. The present
aluminum-lined graphite tiber/epoxy vessel cannot
meet the 1000-fatigue-cycle requirement. The total
vessel performance factor for a 0.S-mm-thick titan-
jum-lined graphite fiber/cpoxy vessel was found
o he 0.155 MPa-m*/kg. This vessel design does
meet the fatigue life requirement and can be used to
contain both nitrogen gas and helium for acrospace
applications.

e The ultrathin (0.25-mm-wall thickness) 6A1-4V
titanium-liners for graphite fiber/epory  vessels
were manufactured from flat plate. Very high total




vessel burst performance was achieved: the mean
burst performance was 0.24} MPa-m/kg. The
data indicate that where “good” welds are made,
liner fatigue lives in excess of 2000 to 3000 cycles
can be obtained for cycling to 50% of the expected
burst pressure.
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PART 1. EPOXY MATRICES FOR FILAMENT WOUND KEVLAR 49/
EPOXY PRESSURE VESSELS

Screening of Epoxy Systems"

Purpose

The epoxy resin systems used in many high-per-
formance filament wound pressure vessels and rocket
motor cases have been based on the diglycidy! ether of
bisphenol A (DGEBA), diluted with bis(2,3-epoxy-
cyclopentyl)ether (such as ERL 2256 from Union
Carbide Corporation) and cured with mixed aromatic
amines." These systems are quite attractive for filament
winding, both for their tensile properties and for their
processing characteristics. However the diluent, bis-
(2,3-epoxycyclopentyl)ether. is no longer commercially
available and alternate epoxy systems must be sought
for the wet filament winding process.

Ideally, the way to select an €poxXy system is to
understand thoroughly all those matrix properties that
contribute to high performance in the filament wound
structure and then select an epoxy resin system that
maximizes the desirable properties. Unfortunately,
this is not possible because credible data even of neat
resin properties are not plentiful. Intuitively, the vis-
cosity, wetting properties, and adhesion characteristics

of the neat resin: the tensile strength, modulus, and
elongation of the cured resin, as well as the cure tem-
perature and resin shrinkage during cure are believed
to have an “ffect on the performance of the final com-
posite structure. The relative importance of each has
not been clearly established.

We have been investigating the effect of resin
properties on the burst strength of the filament wound
structure. Our method for selecting a new €poXy sys-
tem is to examine neat resins that closely resemble
the systems containing the bis(2.3-epoxycyclopentyl)-
ether ir. processing characteristics and tensile properties.
Although this method may not identify the best resin
systems for filament wound vessels, it does ensure
that the selected resin systems will meet certain essen-
tial requirements at the outset. We need to develop
€pOXy resins (o meet two pot life requirements, one
where processing does not require a long pot life (for
small filament wound vessels) and another where a
very long pot life is needed (for large filament wound
parts).

In cthis study of resin systems, we looked for ten-
sile properties similar to those of selected reference
systems and for easy processing in the uncured resin.
The results of our overall screening of several promis-
ing systems are summarized below. Viscosities, gel
times, and cast resin tensile behavior were determined
to guide our sclection of a few systems for more exten-

sive tests in filament wound structures. In addition,
data on heat deflection under load and water absorption
measurements were gathered for comparative purposes
and for screening where special operating environ-
ments are a consideration.

Test Epoxy Resin Systems

The resin used in most of our formulations was
the diglycidy! ether of bisphenol F (DGEBF), the bis-
phenol formed from phenol and formaldehyde. This
resin is similar to the earlier epoxy resins based on
DGEBA but has a lower viscosity (3.4 Pa-s at 25°C)
und gives slightly higher tensile properties. A typical
commercial product is XD 7818 epoxy from Dow
Chemical Company.

In some of the test formulations, we used DGEBA
plus =10 wt% of a carboxy-terminated butadiene-
acrylonitrile copolymer (CTBN). This copolymer was
added to improve the fracture toughness of the cured
resin.” A typical commercial product is the XD 7575.02
epoxy from Dow Chemical Company.

Two diluents were used to lower the viscosity of
the epoxy systems; vinylcyclohexenc dioxide (VCHDO)
and the diglycidyl ether of neopentylglycol. Typical
commercial products are, respectively, Union Carbide
Corporation’s ERL 4206 and Dow Chemical Com-
pary's XD 7114,

Aromatic amines were used as curing agents.
These included Tonox 60-40, Torox LC, and 2,6-
diaminopyridine (DAPj, all from Uniroyal. Tonox
60-40. a liquid at room temperature, is a mixture of
60% crude methylene dianiline and 40% metapheny-
lene diamine. Tonox LC is similar to crude methy-
lene dianiline but is made by reacting formaldehyde
with anilinc plus another aromatic amine to break up
the crystallinity in the final product. Tonox LC reacts
with epoxies more slowly than Tonox 60-40. The
2.6-DAP. a powder at room temperature, gives cure
properties similar to metaphenylene dizamine but reacts
considerably slower with epoxies.

For the reference resins, we selected three epoxy
systems. Two of the systems have been used widely for
filament winding but are no longer available. They con-
sist of liquid DGEBA resins (ERL 2256 and ERL 2258
from Union Carbide) diluted to different viscosities
with bis(2,3-epoxycyclopentyl)ether. The third refer-
ence resin is a low-viscosity liqguid DGEBA resin
(Shell Chemica! Company's Epon 826). diluted with
the crude diglycidy! ether of 1,4-butanediol (Ciba-

Geigy's RD-2)." The curing agents used in the refer-




ence resin systems wers ecither Tonox 60-40 or a
mixture of methylene dianiline and metaphenylene
diamine that was reacted with a small amount of DGEBA
resin (Union Carbide’s ZZL 0820).

Test Methods. Tensile test specimens were
prepared from resin sheets that were cast between glass
plates. The mold was formed with rubber tubing (as a
dam), precision spacers, and clamps." Individual 3.2-
mm-thick specimens were prepared according to ASTM
D638 Type I. Great care was taken to smooth and pol-
ish the machined surfaces. The specimens were tested
on a universal tensile test machine at a crosshead speed
of 5 mm/min.

Viscosity measurements were made with a Brook-
field rotating-spindle viscosimeter (Model LVT) using
a No. 1 spindle in a temperature-controlled bath (25°C).
A 300-g aliquot of the resin mixture in a glass container
(5.5 mm in diameter) was brought to temperature
(20.2°C) and tested within 1 h after mixing.

Gel times were determined on a 30-g sample. The
sample was placed in a 2.5-cm diameter test tube that
was immersed in a constant-temperature bath at 25°C.
A gel timer repeatedly dropped a 6-g weight into the
sample and then pulled it out. Gel time is defined as the
point at which the viscosity of the sample is great
enough to support the 6-g weight for 15 s.

Results and Discussion. For applications where
a pot life of under 40 h (for a 30-g mass) is acceptable,
new resins were formulated by selecting the combina-
tion of resins and diluents that, when mixed with the
stoichiometric amount of curing agent, gave a viscosity

in the desirable range from 0.7 to 0.9 Pa‘s at 25°C.
These resin systems and their viscosities, gel times,
tensile properties, and heat distortion temperatures are
shown in Table 11. The cor.esponding tensile stress-
strain curves are shown in Fig. 18.

For applications where a pot life of over 40 h
(for a 30-g mass) is needed, new resins were formu-
lated from the base resin-diluent combination that
gave the desired viscosity when mixed with the stoichio-
metric amount of curing agent. The longer pot lives
are obtained by modifying the curing agent, i.e., using
Tonox 60-40 with an equal amount of cither 2,6-DAP
or Tonox LC. These formulations and their viscosi-
ties, gel times, tensile properties, and heat distortion
temperatures are shown in Table 12. The corresponding
tensile stress-strain curves are plotted in Fig. 19. For
comparison, the properties of the reference epoxy
systems are listed in Table 13 and their tensile behavior
is plotted in Fig. 20.

An examination of Table 11 and Fig. 18 against
Table 13 and Fig. 20 indicates that formulations 2 and
4 are the most promising resin systems for filament
winding where a very long pot life is not a key require-
ment. These two new epoxy systems more than match
the reference systems in tensile strength and come close
to the desired elongation and modulus. The water ab-
sorption characteristics of these new systems are su-
perior to that of the reference epoxies. Formulations
2 and 4 do have lower heat distortion temperatures
than the reference sy. .ems but these possibly can be
improved with a high cure temperature.

Table 11. Properties of epoxy systems with moderate pot lives.

Property System 1 System 2 System 3 System 4
Resin components XD 7818/X¢ XD 7818/ERL 4206/ XD 7818/XD 7575.02/ XD 7818/XD 7575.02/
(parts by weight) Tomox 60-«. Tonox 60-40 XD 7114/ Tonox 60-40 ERL 4206/ Tonux 60-40
(100/30/31.5; (100/30/39.7) (50/50/45/33.7) (50/50/30/38.1)

Cure cycle, h/°C 4/60 + 3/120 4/60 + 3/120 4.5/60 + 3/120 4.5/60 + /120
Gel time for a 30-g
mass at 25°C, h 26 30 Jo 40
Viscosity at 25°C, Pas 0.%0 0.90 0.80 .0
Number of specimens
tested 8 6 8 6
Tensile properties:

Maximum stress,

MPa (CV, %) 98.3 (0.9) 116.9 (0.7) 87.9 (0.3; 110.7 (0.4)

Strain at maximum

Stress, % (CV, %) 6.5 (2.3) 6.1 (1.0) 6.1(1.9) 6.2 (5.6)

Secant modulus

at 0.01 strain,

MPa (CV, %) 2944 (8.9) 3428 (3.9) 2960 (0.8) 2328 (L.9)
Heat distortion
temperature, °C 100 s 100 128
Water abeorption
after 6 b in
boiling water, % g1l 1.98 1.10 1.42 113
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Fig. 18. Tensile properties of the €poxy systems with relatively
short pot lives: (1) XD 7818/ XD 7114/ Tonox 60-40, (2) XD 7818/
ERL 4206/ Tonox 60-40, (3) XD 7818/ XD 7575.02/ XD 7114/ Tonox

60-40, and (4) XD 7818/XD 7575.02/ERL 4206/ Tonox 60-50.
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Fig. 19. Tensile properties of epoxy systems with long pot lives:
(5) XD 7818/XD 7114/ Tonox LC, (6) XD 7818/XD 7114/ Tomox
60-10/DAT, (7) XD 7818/ERL 4206/ Tomox 60-40/DAP, (8) XD
7818/XD 7575.02/XD 7114/ Tonox 60-40/ DAP, and (9) XD 7818/
XD 7575.62/FPL 4206/ Tonox 60-30/DAP.

Table 12. Properties of epoxy systems with long pot lives.

Property System § System 6 System 7 System 8 System 9
Resin components XD 7818/ XD 7818/ XD 7818/ XD 7813/ XD 7818/
(parts by weight) XD T4/ XD N4/ ERL 420¢/ XD 7575.02/ XD 7575.02/
Tomox LC Tonox 60 30/ Tonox 60-40/ XD T4/ ERL 4206/
(108,'45/50.3) 2,6-DAP 2,6-DAP Tonox 60-40/ Tomox 60-40/
(100/30/13.2/13.2) (100/20/14.4/14.9) 2,6-DAP 2,6-DAP
(50/50/45/14.1/14.1) (50/50,30/15.9/18.9)
Cure cycle, h/°C 5/60 + 5/60 + 5/80 + 5/80 + 5/80 +
3120 3/120 3/120 /120 3/n2e
Gel time for a 30-g
mass at 25°C, h 57 n " 90 109
Viscosity at
25°C, Pa-s 0.88 0.88 0.80 0.88 0.%0
Number of specimens
tested 7 7 6 8 6
Tensile properties:
Maximum stress,
MPs (CV, %) 90.0 (0.7) 1015 (0.1) 102.8 (4.2) 93.1 (0.1) 102.5 (1.6)
Strain at maximum
stress, % (CV, %) 5.32.6) $.8(2.3 3.1¢6.8) $.3(.6) 3.6(2.2)
Secant modulus
at 0.0] strain,
MPa (CV, %) Joet (3.5) 3157 3.2) 3917 (1.5) 3198 (2.6) 3799 (2.3)
Heat distortion
temperature, 'C 82 97 106 89 12
Water absorption
sfter 4 h in
oriling weirr, % gain 1.43 1.60 1.52 2.20 114
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Table 13. Properties of the reference epoxy systems.

Property System 10 System 11 System 12

Resin components ERL 2256/ Tonox 60-40 ERL 2258/Z71. 0820 Epon 826/RD-2/Tonox 60-40
(parts by weipht) (100/29.5) (100/31) (100/25/28.3)
Cure cycle, h/'C 16/50 + 2/95 + 5/150 16/60 + 3/ 160 3/60 + 2/120
Gel time for a 30-g :
mass at 25°C, h 41 30 25
Viscosity at
25°C, Pas 1.59 1.40 1.20
Number of specimens
tested 7 7 8
Tensile properties:

Maximum stress,

MPa (CV, %) 107.5 (0.9) 107.2(1.9) 89.6 (0.3)

Strain at maximum

stress, % (CV, %) 7.1 (8.3 5.2 (6.4) 7.83.0)

Secant modulus

at 0.01 strain,

MPa (CV, %) 3460 (2.4) 3736 (2.3 2683 (3.6)
Heat distortion
temperature, 133 152 121
Water absorption
after 6 h in
builing water, % gain 1.45 1.78 0.93

A comparison of the data on the ivng-pot-life
epoxy systems (Table 12 and Fig. 19) with the reference
systems data (Table 13 and Fig. 20) indicates that the
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Fig. 20. Tensile properties of the reference epoxy systems: (10)
ERL 2256/ Tonox 60-40, (11) ERI. 2258/ 7.7, 0820, and (12) Epon

826/RD-2/Tonox 60-40.

formulations with the diglycidy! either of neopentyl-
glycol have the best elongation. Formulation 6 exhibits
the best balance of properties. The formulations con-
taining both VCHDO and 2.6-DAP have good tensile
strengths but exhibit low elongations, probubly be-
cause of a combination of the very rigid, cyclic struc-
ture of 2.6-DAP with the less rigid, cyclic structure
of VCHDO.

Surprisingly. the heat distortion temperatures
shown in Tables 10 and 12 are not consistent with our
expectations. For example, formulation 4 (Table 11)
contains approximately 5% rubber but has a heat dis-
toriion temperature 9°C higher ihan that of formulation
2 that lacks the rubber component. We do not know
how to explain this.

Filamcnt Wound Pressure Vessels of
Kevlar 49 Fiber in Several Epoxy
Matrices™

Purpose

Our next objective was to select the best epoxy
from the previously screened systems. Because the
resins used in this study do not differ widely in mechani-
cal properties, we did not attempi to differentiate the
spoxy systems by evaluating the effect of resin proper-
ties on the performance of filament wound vessels. In
selecting an epoty system for hign-performance fila-
ment winding applications, we determincd that the
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epoxy must have passed the previously described
screening step and still be acceptable (although not
necessarily the best) in terms of vessel performance.
We did not use vessel performance as the most impor-
tant criterion because we doubt that the burst test is the
fairest or most effective method of judging matrix
performance. For example, a high-burst-performance
epoxy may very possibly have a low heat distortion
temperature that renders the system unacceptable for
the intended application.

Fiber/Epoxy Strand Specimens

For the reinforcing fiber, we selected DuPont's
Kevlar 49, a high-modulus, high-strength organic fiber
of poly(p-phenylene terephthalamide). We used five
spools of 380-denier, 267-filament Kevlar fiber, dried
before winding for 70 h at 50°C under 13.3 Pa pressure.
The average cross-sectional area determined from 48
specimens of the single fiber strand (calculated from
the manufacturer’s fiber density and our fiber weight
measurerients) is 2.93 x 107" m® with a CV of 1.5%.

We used epoxy-impregnated fiber strands (Fig. 21)
to characterize the unidirectional breaking strength
of the Keviar 49 fiber. The strands were fabricated
by vacuum epoxy-impregnation on a numerically con-
trolled winding machine at a winding tension of 4.4 N,
We tested 25.4-cm-gage length strand specimens at a
machine cross-head speed of 1 em/min: Table 14 sum-
marizes these data.

Filament Wound Pressure Vessels

We wound the epoxy-impregnated Kevlar 49 fiber
over a water-soluble type of mandrel coated with a 0.5-
mm-thick chlorobutyl rubber coating. This rubber

Fiber/epoxy strand

Fig. 21. Clamping arrangement for testing the fiber strengths of
epoxy-impregnated strands.

coating becomes the liner of the vessel when the
mandre! is washed away with hot water. The cylindrical
vessel had a diameter of 10.2 cm, a vessel length-to-
diameter ratio of 1.4, and a boss diameter-to-vessel
diameter ratio of 0.16 (Fig. 22). We used the “in-plane”
dome contour based on ASTM D-2585-68. The axial
winding angle was 10 deg, 13 min. The hoop-to-axial
fiber ratio, in terms of winding circuits, was 1.5. This
slightly unbaianced design forces failure into the hoop
winding direction.

The vessels were also fibricated on the numeri-
cally controlled winding mechine which was equipped
with a vacuum impregn:iion chamber. Only the fiber
spool and the imprzenation apparatus were placed
inside the vacuum chamber (maintained at 670 Pa).

Table 14. Fiber strength of fiber strands impregnated with varicus epoxy resins.

Fiber Tensile Properties”

No. of Fiber
Epoxy strand content, Rupture Rupture Rupture
system No. specimens vol% stress, MPa strain, % modulus, (i_P:
Modcrate Pot Life Epoxy Systems
2 H 6.8 3612 - N2 2.6 - 0.01 i137.2 - 0.6
3 9 61.0 347 - 110 2.6 - 0.10 1324 - 1.2
3 68 62.5 RLY/ BB 24 - 0.0 141.3 - 0.8
Long Pot Life Epoxy Systems
L 3 65.1 Me6l - 852 2.6 - 0.01 134.4 - 0.6
6 29 64.6 247 - S6 2.3 - 0.04 143.4 - 0.7
8 49 65.1 2 - 12 2.4 - 0.02 139.9 - 0.9
Reference Epoxy Systems
T 8 61.3 a4y - 27 2.6 - 0.08 1379 - . 6
1] 24 62.4 3578 - 100 26 - 0.0} 137.9 - 2.3
12 22 6.6 Mes - 2.6 - 0.M 138.1 - 9.2

"These dvta represent five spools of yarn. The test strunds were taken on a daily basis during the vessel winding.

"For each resin system, 'V - 7%, nominally 4.8%.
“The - values are the 95% confidence limits.
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0.5-mm-thick butyl rubber liner

Hoop wraps, 0.35 mm —
wound at 90 deg

Hoop wraps, 0.18 mm —
swound at 90 deg

b

=

1.3 mm

Hoop wraps,
0.18 mm wound
at 90 deg

L Longitudinal wraps,
0.3 mm wound at
10 deg, 13 min

Fig. 22. Design of the pressure vessel used to test the various epoxy systems.

For the 380-denier yarn, »~ used a 4.4-N winding Vessel Testing

tension (Fig. 22). Normally, we fabricated strand All vessels were tested by hydrobursting at a con-
specimens both before and after winding the vessels stant rate 0 9.9 MPa/s, using a closed-loop pressure
for a given resin system. In addition, we fabricated control systcm. Tables 15-17 summarize the test details
two groups of vessels from each epoxy system on dif- of over 90 vessels made from 10 epoxy resin formula-
ferent days to avoid possible bias in processing. tions. The fiber content of these vessels was closely

Table 15. Performance of filament wound pressure vessels made from the reference epoxy systems.

Property Epox: System 10 Epoxy System 11 Epoxy System 12

Resin components ERL 2256/ Tonox 60-30 ERL 2288/771. 0820 F.pon 826/RD-2/Tonox 60-40*
Gell cycle, b/ C 2% 16/50 1650 2/9% 4/90
Cure cycle. N/ C y150 294 - ViSO 3163 3150 3150
Composite Vesszi Data”
Number of specimens’ 4 4 4 4 4 4 4 4 4
Mass, g: fider, W, 3.4 IR ) M7 32.0 .5 x2.0 nso n.0 RE

composite, W, 43.0 46.0 45.6 4.3 42.7 5.4 459 483 2.7
Fiber content, V, vol% 66.5 6s.1 63.6 68.1 67.3 6.5 64.9 66.9 66.1
Burst pressure, P. MPa (CV. %) 16.2(1.1) 19.4(2.6) 18.)2.9) 15.6 (6.7) 15,949 17.7.(1.5) 178D 17.8(1.5) 16.5(1.9)
Vessel Perforimance Factors'

Fiber performance,
PV, W, MPa m'kg (CV, %) 0.368 (1.6)  0.399 (3.9 0.353 (5.9 1.379 (1.0 0.380 (1.7)

Composite performance.
PV/W, , MPa m'/kg (CV, %) 0.822 (1.1 0.57% (4.5) 0.492 (6.4) 0843 (1.9 0.534 (2.0)

Average cakculated hoop

fiber stress, MPa 1974 228 1920 2164 2091
“Pot life of this epoxy \3stem is relatively short.

"Veusel volume is a constant 9,78 - 10 ' m ',

"Two group.. of lour svessels each were made from different fiber spool «t different times.

“The - values are the 98% confir 21ce limits.




Table 16. Performance of fiament wound pressure vessels from moderate pot life epoxy systems.

Preperty Epoxy System 2 Epoxy System 3 Epoxy System 4
Resin components XD 7818/ERL 4206/ XD 7818/XD 7575.62/ XD 7818/XD 7575.02/
Tonox 60-40 XD 7114/Tomox 60-40 ERL-4206/Tonox 68-40
Gell cycle, h/°C 40/60 16/60 4.5/60
Cure cycle, h/°C 3/120 4/120 3/120
Composite Vessel Data*
Number of specimens®
Mass, g: fiber, W, 32.0 30.2 2.0 3.4 3.7 4
composite, W, 4.2 42.5 43.8 4.3 43.8 42.5
Fiber content, V, vol% 68.3 67.1 .2 68.0 63.7 67.8
Burst pressure, P, MPa (CV, %) 16.7 5.7) 15.3 (5.5) 16.4 (0.7)  16.1 (2.6) 17.1(1.2) 159 4.6)
Vessel Performance Factors®
Fiber performance, PV/W,,
MPa-m‘/kg (CV, %) 0.503 (5.4) 0.508 (2.3) 0.517 (3.4)
Composite performance, PV/W,, 0.361 (5.4) 0.368 (1.9) 0.3713 3.7)
Average calculated hoop
fiber stress, MPa 1950 1981 2011

*Vessel volume is a constant 9.75 x 10 m?,
"Two groups of four vessels each were made from different fiber spools at different times.
“The * values ar- the 95% confidence limits.

controlled to between 64.9 and 69.3 vol%. To further
minimize the effect of fiber content on the vessel per-
formance, we also calculated the vessel performance
factor based on the bare fiber weight of the vessel.
During the hydroburst tests, we monitored the
vessel acoustic emission (AE) and observed two trends.

First, at a fixed electronic gain, the low performing
vessels showed substantially more AE than did the high
performing vessels. The number of AE ring-down
counts for the epoxy systems that resulted in the low
performing vessels was an order of magnitude greater
than the number of AE ring-down counts for the high-

Table 17. Performance of flament wound pressure vessels made from long pot life epoxy systems.

Property Epoxy System § Epoxy System 6 Epoxy System 8 Epoxy System 13¢
Resin XD7818/XD 7114/ XD 7818/XD 7114/ XD 7818/XD 7575.02/ ERE 1359/RD2/
components Tomox LC Tonox 60-40/2, 6-DAP XD 7114/Tonox 60-48/ 2,6-DAP
2,6-DAP

Gell cycle, h/°C 4.5/60 5/69 S/60 12/80
Cure cycle, h/°C 3/120 4/120 + 4/188 4/120 + 4/188 2/100 + 2/128 + 4/1%0
Composite Vessel Data®
Number of specimens® 4 4 4 4 4 4 4 4
Mass, g: fiber, W, .1 30.6 30.4 s 31.8 319 3.8 2.7

composite, W, 4.9 42.1 43.0 4“4.9 45.2 5.2 458 4.0
Fiber content, V, vol% 69.3 68.8 66.6 66.7 66.2 6.8 65.3 67.4

Burst pressure, P,
MPa (CV, %)

Vessel Performance Factors ¢

Fiber performance,
PV/W,, MPa m"/kg

15.0 2.7) 14.6 3.3)

B 7@

14.3(1.0) 134 2.8

14.1 0.3) 14.1 2.2)

(CV, %) 0.46 (2.9) 0.432 4.0) 0.424 4.9) 0.426 (2.4)
Composite performance,

PV/W, MPa - m*/kg

(CV, %) 0.336 3.2) 0.308 (3.7) 0.298 (3.7) 0.299 (1.8)
Average calculated

hoop fiber stress, MPa 1804 1682 1688 1719

"New epoxy system developed by tie U.S. Navy and tested at their suggestion.
"Vessel volume is a constant 9.78 x 10 ' m",
“Two groups of four vessets cach were made from different spootls of fiber at different times.
“The = values are the 98% confidence limits.
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Fig. 23. Typical pressure vessel failures: from left to right, vessels made with epoxy systems 1, 4, and 7.

performing epoxy systems. Second, the peak amplitude
of many AE signals generated in the low performing
vessels was three times higher than the AE signals
generated in the high performing vessels.

The typical hoop failures experienced by the pres-
sure vessels are shown in Fig. 23. A key observation
with respect to the failed vessels is that in the low
performance epoxy systems, failure was localized and
involved only a relatively small pertion of the hocp
wraps. Conversely, in the high performing epoxy sys-
tems. vessels failures involved almost all of the hoop
wraps.

Limited data on composite shear properties were
obtained for several composites. Table 18 summarizes
these resuits.

Discussion

Fiber content in wet wound composites is diffi-
cult to control. There is some qualitative evidence for
S-glass/epoxy and high-modulus organic/epoxy com-
posites indicating that fiber strength is definitely af-
fected by fiber content. Therefore, this factor must be
taken into consideration when comparing epoxy per-
formance in composites. In this study, we simply con-
wolled the volumetric fiber content to a practical range,

both for the strand specimens and for the pressure
vessels.

As shown in Table 14, when the fiber content of
the strand specimens made from five spools of Kcovlar
49 fiber and nine epoxies was held between 61 and 65
vol%, the average fiber strength varied only by about
10%. This is not sufficient evidence to allow us to con-
clude that the effect of the epoxy formulations is statis-
tically significant. However, our previous study using
only one epoxy did show that Kevlar 49 had a 6% CV
in strength. In addition, our unpublished data on
S-glass strands impregnated with more than 10 typical
epoxies led to the same conclusion—the epoxy has no
significant effect on strand strength.

Conclusions

From the above studies of various epoxy resin sys-
tems and the performance of composite pressure vessels
using these resins, we draw the following conclusions:
® In the absence of vessel performance data, we pro-

pose that resin selection criteria be based, in order,
on (1) processing considerations, (2) neat resin
properties, and (3) commercial availability of the
resin components.

Table 18. In-plane and interlaminar shear properties of Kevlar 49 fiber in several epoxies.

Moderate pot Long pot Reference

Property life systems life systems systems
Resin system No. 2 4 s L] 10 12
Gell cycle, h/°C 2.5/80 4.5/60 /60 'm0 16/50 3/ 60
Cure cycle, N°C 2/160 4/120 M120 3/120 2/120 2/120
In-Plane Shear Properties | - 45-deg | aminate)
Numbe: of specimens 3 3 s s 3 4
Strength at yieki, MPa 20.2 21.6 2.4 4.4 209 2.8
Shear modulus to
0.008 strain, GGPa (CV, %) 1827 2. LW 29) 1903 4.2) 1889 (1.7) 1685 (2.5) 1868 (M.S)
Interlaminar Shear Properties (ASTM-D-2344, Short Beam)
Number of specimens 12 18 12 12 8 1
Streagth, MP» (CV, %) 3M.64.85) .05 .48 459 )4 19309 .89

[ %]




In a normal wet winding process where an extra-
long pot life is not very critical, the top candidate
epoxy system to replace the ERL-2256 system is
plain or rubber-modified DGEBF resin diluted with
VCHDO and cured with Tonox 60-40 {formula-
tions 2 and 4 in Table 11).

In a winding process where an extra-long pot life
is required, plain or rubber-modified DGEBF resin,
diluted with the diglycidyl ether of neopentylglycol
offers good elongation (and perhaps good flexibility)
when cured with either 2,6-DAP or Tonox 60-40
(formulations S, 6, and 8 in Table 12). From a cost
and processing standpoint, we consider Tonox LC
1o be a better curing agent than 2,6-DAP.

Within the narrow range of fiber content studied,
the effect of these sclected epoxy systems on the
fiber strength of unidirectional, epoxy-impregnated
strands is insignificant. However. for a pressure
vessel under multiaxial loading, the effect of the
epoxy «ystem on vessel performance is indeed
noticeable (23% change in mean burst pressure).
The epoxy sysiem containing 5% CTBN, rubber-
modified DGEBF, diluted with VCHDO and cured
with mixed aromatic amines (formulation 4, Table
11), appears to be the best resin matrix for filament
winding to replace the epoxy systems no longer
commercially :.vailable.
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PART IlI. KEVLAR 49/EPOXY PRESSURE VESSELS
WITH POLYMER LINERS

Polymer Systems for Vessel Liners"
Evaluation of Liner Materials

To overcome the problem of metal liner fatigue,
we initiated a program to develop a flexible polymeric
liner with a low permeability to nitrogen gas and a high
faiigue life. Published permeability coefficients indi-
cate that two polymeric materials have especially low
permeability to nitrogen gas—Saran (polyvinylidene
chioride), and Parylene C | poly(monocbloro-paraxyly-
lene)]. Table 19 presents the nitrogen gas permeabilities
of these two materials as reported by the manufactarers.

Three types of laminated flat specimens were
prepared for the standard permeability test: 0.38-mm-
thick butyl rubber sheet, the same butyl rubber sheet
coated on one side with a 0.064-mm-thick layer of
Parylene C, and the same butyl rubber sheet coated
on one side with a 0.27-mm-thick layer of Saran latex
XD 7151.00. The Parylene C coating was applied by
chemical vapor deposition (CVD) and the Saran latex
was applied by painting or spraying. For the CVD
coating, the rubber sheet was placed in a room-tem-
perature vacuum chamber. The chamber was evacuated
and the Parylene C vapor was drawn through by the
vacuum purr:p. It took several hours to apply the thin
coating. The Saran latex was painted on the flat lami-
nate specimens in several layers. After each layer was
applied, the Saran was dricd at room temperature.

We determined the nitrogen gas permeabilities of
the three differcnt types of laminated films according

to ASTM D-1434-66, Method M. In each case, the
buty! rubber was placed opposite the nitrogen gas
source. The permeability coefficients of the Saran
latex and Parylene C films were calculated assuming
that classical gas permeation theory applies and assum-
ing that there is no interaction between the diffusing
gas and the laminations (see Table 19). These results
indicate, as the published data suggest, that the Saran-
coated butyl rubber makes the better nitrogen barrier,
being approximately two orders »f magnitude less
permeable to nitrogen than butyl rubber alone and
about one order of magnitude less permeable than
Parylene C-coated butyl rubber. On the basis of these
results, we began tests of actual pressure vessels lined
with these materials.

Polymer-Lined Pressure Vessels

Cylindrical pressure vessels, 10.3 cm in dizmeter
with aluminum fittiugs and 0.050-cm-thick chlorobutyl
rubber liners coated with Saran and Parylene C, were
filament wound with Kevlar 49 fiber in an epoxy matrix
(see Fig. 24). Details on such filament wound vessels
have been published previously.?® ¥ During winding,
the liners were supported by water-soluble salt man-
drels. Four vessels were prepared with the same winding
pattern. One vessel had both Saran latex and Parylene
C coatings, another vessel had only a Saran coating,
and two vessels had only Parylene C coatings. The
vessels were first gelled for 16 h at room temperature
and then cured for 3 h at 90°C. Table 20 summarizes

Table 19. Nitrogen gas permeability of various polymer liner materials.

Permeability constant, 10 '* cm' STP em/cm?-cm Hg

Published or Experimental Cakulsted from
Material supplier’s value value " experimental value'
Saran latex
(XD 7151.00) 0.018 to 0.042 - 0.18
Parylene 0.6 — 0.60
Buty! rubber 2 26, 10" -
Buty! rubber coated
with Perylene ¢ - AN _—
Butyl rubber coated
with Saran latex — 0.3 —_

*Average of two runs unless otherwise noted.
"The limitation of the experimental equipmerns » reached at 10 ',

“Assumes thut classical gay permeation theor: applies and that v ere is no interuction hetween the diffusing gas andG the

laminations.
"Flat specimen of liner material,
“Single test.
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0.5-mm-thick butyl rubber liner

Hoop wraps, 0.18 mm
wound at 90 deg

Longitudinal wraps, 0.36 mm
wound at 12.5 deg

Hoop wraps, 0.35 mm wound at 90 deg

Fig. 24. Dimensions of the 10.2-cm-diameter pressure vessel
(volume - 950 - 8 cm’): thicknesses of coating are not shown.

the winding patterns and other pertinent ta“rication
data; the detailed construction of each of these vessels
is shown in Fig. 25.

In the permeation tests, the vessels were pressur-
ized with nitrogen in a temperature-controlled (21 +
3°C) test chamber. The piping and valves used in the
pressurization system were all leak-checked with helium
gas before testing. The four vessels were pressurized
to about 11.7 MPa (about 65% of the expected burst
pressure based on previous vessels of the same design
but without the coatings). The vessels were then valved
off for about 4 h. Each vessel was topped off to about
11.7 MPa and valved off for the remainder of the test.
Four calibrated, bourdon-type pressure gages on the
vessel side of the isolation valves were used to obtain
periodic pressure readings. Figures 26 through 29 show
the pressure in the vessels as a function of time, both
for the 4-h stubilization period and for the remainder
of the test. The pressure is shown in terms of percent-
age of the pressure at valve-off. The large day-to-day
pressure fluctuations shown in the figures are the result
of outside air teinperature effects (see Fig. 26) on the
pressure gages. Because fluctuations in the temperature
of the vessels themselves were rather small and on both
sides of the average value of 21°C, no attempt was
made to correct for temperature changes.

Discussion

Using classical permeation theory and the perme-
ability coefficients determined from the flat laminate
specimens, we calculated the approximate nitrogen
pressure loss through the pressure vessel walls for the
3-mo period. We assumed that the fiber/epoxy com-
posite is porous and that the wall thicknesses of the
butyl rubber and coatings do not change with pressur-
ization. In Table 21, we present the results of these
calculations for the four polymer-lined vessels, for a
vessel with only a butyl rubber liner, and for a vessel
in which we assumed that only the inner Parylene C
coating is effective. These calculations neglect the
small increase in surface area that occurs with pres-
surization as well as the small differences between
the surface area of the coatings on the inside of the
liner and those on the outside of the composite. To
accommodate these factors, an average surface area
of 460 cin* was used for all calculations. For com-
parison, the actual percentages of pressure lost are also
recorded in Table 21.

It appears that vessel 3 had some type of leak,
either a pinhole or a pressure fitting leak. A retest of
this vessel with new fittings indicated that the leakage
was caused by a faulty pressure fitting. The actual
pressure loss rates in the other three vessels were all
about the same. After the first few days, these loss rates
were very close to the theoretical prediction for the
inner Parylene C coating alone. Theoretically, vessel 4
(Saran-coated) should have a substantially lower loss
rate (severfold) than vessels | and 2. We conclud= that
the Saran coating on vessel 4 is not as effective as the
tests of the flat laminate specimens led us to - “pect.
The greater than expected permeation through the
Saran coating may have resulted from straining of the
coating during pressurization.

Some experimental and theoretical work was
undertaken to explore the possibility of strain-enhanced
permeability. In general, the experimental work re-
vealed an increase in permeability, usually less than an
order of magnitude, for strains of 5% or more. Un-
fortunately, this effect in Saran has not been specifi-
cally studied. Even if such studies had been made,
it is unlikely that the strain states present in the pres-
surized vessels could be determined. It is well known
that the two principal strains in the plane of the vessel
walls are on the order of 1% tensile strain?® ?'; the com-
pressive strain through the wall thickness is not known.

The most important result of this permeability
study is the demonstration of a low nitrogen-pressure
loss rate in a very lightweight pressure vrssel. The
performance factor for this type of pressure vessel,
excluding the boss mass, is approximately 0.200
MPa-m%kg. This is in comparison to a maximum
performance factor o wbout 0.170 MPa-m'/kg for a




Table 20. Fabrication data for the 10.2-cm-diameter, cyclindrical Keviar 49/epoxy® pressure vessels.

Vessel No.

Property 1

Vessel Dats
Volume, cm? %
Expected burst
pressure, MPa
Limer mass,” g
Expected performance
factor, MPs  m*/kg: compaosite + limer
composite
Composite Data
Composite mass, g
Fiber mass, g
Fiber content, vol%
Wiadiag Data*
Loagitudinal
angle, deg
Hoop/loagitudinal
fiber ratio
Wiading pettern
Layers (interspersing)®: hoop
loagitudinal
Total winding circuits: hoop
longitudinal
Extra reinforcement at the
equator, circuits

ORIGINAL PAGE IS
OF POOR QUALITY

4(nowe)

“Epoxy system is DER 332/T-403 (130/39 parts by weight), gelled for 16 h at 21 C and cured for 3 h at 90 C.

"Calcuiated from known density.
‘Wiading data are the same for all four vessels.

“Sequence is 2 hoop layers, 4 loagitudinal layers, thes 4 hoop layers.

homogencous metal pressure vessel. Thus, this com-
posite pressure vessel is comparable in burst perfor-
mance to an all-metal vessel and experiences no
significant pressure loss due to leakage for more than
A mo.

Fatigue Life of Polymer-Lined Kevlar 49/
Epoxy Pressure Vessels®’

Basis for Study

Fatigue lives for complex structures under com-
plex states of stress cannot yet be predicted from lab-
oratory data for simple specimens. Therefore, we have
studied a typical filament wound fiber/epoxy structure
under fatigue loading, using enough specimens to
ensure statistical confidence in the result,.

We chose a 10.2-cm-diameter, filament wound
pressure vessel as the test structure. We studied the
burst pressure and fatigue life distribution of 150 ves-
sels. The stress rupture life also was determined for a
limited number of these vessels.

Materials and Specimens

We chose Kevlar 49 as the fiber and used the
ERL 2258/ZZL 0820 epoxy system for thc matrix. The
epoxy system was gelled at 60°C for 16 h and cured
at 163°C for 2 h. In earlier studies, we had character-
ized the fiber, epoxy, and composite. The typical
single-end fiber (nominally 380 denier with 280
filaments) had no finish, but had a twist of about 3
turn/m. The fiber failure stress of a typical
epoxy-impregnated strand was 3480 MPa.

The design of the 10.2-cm-diameter, butyl-rubber-
lined. cylindrical pressure vessel used for these tests
is shown in Fig. 30. The vessels were prepared accord-
ing to the following procedure. Before winding, each
spool of fiber was dried in a vacuum oven for 24 h at
82°C and at a pressure <700 Pa. Over a period of about
$ wk, 150 vessels were wound with the same pattern on
a numerically controlled winding machinc. The fiber
strand was epoxy-impregnated inside a vacvum cham-
ber held at approximately 650 Pa. We useu a constant
4.5-N winding tension. Other details on the 10.2-cm-
diameter vessel are given in Table 22.




Vessels 1 and 2

Inside of vessel

~ ~—-Parylene C, 0.006 cm thick
7 3 i C
/// Z Butyl rubber, 0.057 cm thirk

Parylene C, 0.006 cm thick

S Composite, 0.036 cm thick at heads,
- 0.053 cm thick at cylinder
| IS NP E ST T DA “r——nParylene C, 0.006 cm thick
) Outside of vessel
Vessel 3

Inside of vesse!

7/F=—Butyl rubber, 0.051 cm thick

"—Saran. 0.033 em thick

=——Composite, 0.036 cm thick at heads,
0.053 cm thick at cylinder

Cutside of vessel
Vessel 4
Inside of vessel
NN RIS ARIATS MARRIVOD Parylene C, 0.006 cm thick

"// //l; . o // . ,// //{ /,,//7//7
Za'/ ey v Butyl rubber, 0.051 cm thick
f / / // /// 4 ’// y !
7% gk 7 ////// /// ; 7 /

‘ {=— Saran, 0.030 cm thick
st : ~— Composite, 0.036 cm thick at heads,
> 2 OO0 0.053 cm thick at cylinder

NSRRI RO KRR TR Parylene C, 0.006 cm thick

Outside of vessel

Fig. 25.  Wall cross sections of four vessels ‘<sted showing the dimensions of the various coatings used.

Table 21. Nitrogen pressure loss over 3 mo for 10. 2-cm-diameter, polymer-lined, filament wound Kevlar
49/epoxy pressure vessels.

Conting Vessel No. Calculated loss, % Experimental loss, % Calculated loss,” %
Mlayers of Parylene ! 0.38 1.8 1.2
3 layers of Parylene 2 0.38 2.4 1.2
1 layer of Saran 3 0.088 100 100
{ layer of Suran + 2 layers of Parylene (' 4 0.088 | 1.2
No comting, butyl rubber only control 6.2 —_ 100

“Assuming that only the inside Parylene ( conting is effective.
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Fig. 26. Percentage of original nitrogen pressure vs time and
ambient air temperature vs time for vessel 1: O = gage pressure,
¥ = temperature as read at thermometer near Heise gage, A =
temperature as estimated from outside air temperature 2 mi
away.

The design of the winding pattern predisposed
the vessels to fail in the hoop wraps. We decided that
control of the failure location would allow better inter-
pretation of the results. For ihis reason, the few vessels
that failed at other locations were not included in the
statistical analyses.

Experimental Conditions

The vessels were stored in an air-condinoned
laboratory environment until testing. Random groups
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Fig. 28. Percentage of original nitrogen pressure s time for
vessel 3.
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Fig. 27. Percentage of original nitrogen pressure vs time for
vessel 2.

of the vessels were pressurized internally with water-
soluble oil to determine the following distributions:
burst pressure for monotonic loading to failure, cyclic
life to failure under sinusoidal pressure cycling, cyclic
life to failure under rectangular pressure cycling, and
stress-rupture life to failure. A closed-loop feedback
control system regulated all pressurization tests. The
burst tests were conducted at a constant pressurization
rate of 115 kPa/s to failure. An electronic (strain-gaged
diaphram) pressure transducer, located about 0.6 m
from the pressure vessel, measured the failure pressure.
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Fig. 29. Percentage of original nitrogen pressu.e s time for
sessel 4.
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0. 36-mm-thick~I
butyl rubber liner

Hoop wraps, 0.45 mm
wound at 90 deg

Longitudinal wraps, -
0.46 mm wound at 13 deg

Fig. 30. Design of the 10.2-cm-diameter pressure vessel (volume
= 950 = 8 cm") used for fatigue testing.

Pressure was applied to one group of 25 vessels in
sinuscidal cycling at a rate of 1 Hz. The upper and
lower pressures were 91 and 4% of the mean failure

Table 22. Characteristics of 10.2-cm-diameter,
cylindrical Kevlar 49/epoxy” pressure vessels.

Property Value
Winding Data
Longitudinal angle, deg 12
Winding pattern 36-band, closed
Layers (interspersing): hoop 6 (none)
longitudinal 4 (none), 8.9-mm
bandwidth
Total winding circuits: hoop 810
longitudinal 1080
Extra reinforrement none
Composite Data
Wall thickness, mm: hoop 048
longitudinal 0.46
Mass, g (CY, %)": composite 42.4 (2.3
fiber 30.4 2.3
total vessel” 162
Fiber content, vol% (CV, %) 67.8 (2.8)

“Epoxy system is ERL, 2288/7.71. 0820 (100/30 parts by weight),
selled for 16 h at 68°C and cured for 3 h at 163°C.

"Average of 18 vessels.

* Including sluminum Attings and liner.

if

pressure determined in the burst tests. We used an
amplitude detection instrument combined with an os-
cilloscope to control the upper prussure to within
+0.5%. For these tests, the pressure transducer was
located just a few centimeters from the pressure vessel.
We compared measurements from pressure transducers
on either side of one pressure vessel to confirm that rate
effects were not causing the pressure in the vessel to
differ from the pressure at the transducer. To verify that
no significant heating effects were caused by the test
rate, we instrumented one vessel with a thermocouple.
At the test rate of | Hz, the temperature increased less
than 5°C.

Pressure was applied to another group of vessels
in rectangular cycling at a rate of 0.33 Hz. As with
the sinusoidal cycles, the upper and lower pressures
were 91+0.5 and 4% of the mean burst pressure.
The actual pressure pulses experienced by the pressure
vessels were not perfectly rectangular. Oscilloscope
photographs of the pressure pulse experienced by 2 pres-
sure transcducer u few centimeters from a vessel re-
vealed that the rise time of the pressure pulse was about
0.14 s and the peak pressure per cycle lasted about
1.36 s. A trace of such an oscilloscope photograph of
this rectangular pressure pulse is shown in Fig. 31.
Again, comparison of pressure readings from trans-
ducers on opposite sides of a vessel assured us that
the pressure experienced by the vessel was the same
as that at the transducers.

The stress rupture tests were performed at a pres-
sure of 91 £0.5% of the mean burst pressure. Vessels
were first loaded to 80% of the mean burst pressure;

Pressure —=

! \ L1 I I 1 o'sls L

Time —=

Fig. 31. Actual shapc of (he nominally rectangular pressure
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then the pressure was increased at a constant rate, reach-
ing the 91% level in less than § s. Oscilloscope photo-
graphs of the pressure as applied to the vessels ensured
that there was no pressure overshoot. A continuous
plot of vessel pressure vs time verified that ihe pressure
remained within the designated limits throughout the
test.

All the pressure vessels tested in fatigue or stress
Tupture were first proof tested to 80% of the mean fail-
ure pressure determined during the burst tests, The
test pressurization rate was 58 kPa/s. The pressure was
held at the 80% load level for 30 s, after which the
vessel was rapidly depressurized.

Results

The burst pressures for 25 vessels are shown in
Table 23. To facilitate later discussion, we have ordered
the burst pressures from the lowest to the highest. The
mean burst pressure was 15.2 MPa witha CV of 4.5%,.
All 25 vessels failed in the hoop wraps. Photographs

of a vessel before failure and of two vessels afier failure
are given in Fig. 32. During the burst tests, one vessel
failed in the head region; this vessel was not included
in the statistical analysis for the reasons discussed
above. Strain was plotted vs the internal pressure data
obtained from strain gages bonded in the axial and
hoop directions (see Fig. 33).

The number of sinusoidal cycles to vessel failure
for another 25 vessels are recorded in Table 22. We
have ranked the cyclic lifetimes from the lowest to the
highest. All of these vessels had failures originating in
the hoop wraps during cycling, except for one vessel
that failed during the first cycle and was not included
in the statistical analysis. :

Table 22 also records the number of rectangular
cycles to vessel failure for a third set of 25 vessels.
In addition to ranking the lifetimes for these vessels,
we have recorded the time spent at peak pressure dur-
ing the test. This value was obtained by multiplying the
typical time at the peak stress per cycle by the number

Table 23. Results of burst tests and fatigue tests, and computed peak stress levels of 10.2-cm-diameter

Kevlar 49/epoxy pressure vessels.

Rectangular Pressure Cycle
Siausoidal Pressure Cycle Total time Assumed actual peak
Burst pressure,* Cyclic life, Cyclic life, at peak stress level,
MPa 19° cycles 10° cycles stress, h % of burst pressure
13.69 0.001 0.001 0.000 0 101.1
13.93 0.029 0.012 0.004 7 9.3
14.41 0.635 0.031 0.%3120 9.0
14.44 1.03¢ 0.050 0.01%0 95.8
14.58 3.440 0.083 0.0320 9.1
14.78 4.2 0.088 0.0340 93.7
14.79 11.900 0.242 0.05¢ 0 93.5
14.99 12.100 0.393 .15 ¢ 2.9
14.9¢ 12.600 2.740 1.100 ¢ 2.4
15.00 14.300 3.0 1.400 ¢ 2.2
18.10 18.800 4.0 1.600 ¢ 91.¢
18.2¢ 22.3 4.690 1.900 0 9.8
18.27 24.500 7.060 2.8500 ¢ 90.6
15.34 27.100 7.140 2.500 0 9.2
18.38 35.600 7.210 2.500 ¢ %.0
18.38 88.700 7.600 3.000 ¢ .0
18.38 95.200 12.000 4.700 ¢ 9.0
18.51 104.000 14.500 5.600 ¢ .2
18.62 129.000 14.760 S5.700 0 88.6
18.72 132.000 19.400 7.600 9 88.0
18.72 144.000 22.200 8.600 ¢ 83.0
16.00 176.000 26.400 10.00¢ ¢ 26.8
16.10 193.000 45.000 18.000 ¢ 889
16.34 200.009 45.100 18.000 0 84.6
16.38 430.000 $4.300 21.000 0 84.7
“AN are hoop failures, (one other vesoel, mot included in this Not, falled on the dome 2t 12.27 MPy),
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Fig. 32. Photograph of two typical hoop failed vessels (a, b) and a typical unfailed pressure vessel (c).

of cycies to failure. Again, all 25 vessels had failures
originating in the hoop wraps. Two additional vessels
failed in the heads, one after four cycles and one after
134 cycles: these vessels were not included in the statis-
tical analysis of the set of vessels.

The times to failure or test termination i the lim-
ited stress rupture tests are 154 ond 235 h to failure,
and 557, 543, and 531 h without failure (test termina-
tion). The vessels that failed, failed in the hoop wraps.

1.8

Strain of hoop wraps, %

Pressure, MPa

Fig. 33.  Axial (dushed curve) and hoop (solid curve) strain vs
internin! pressure during burst testing: solld curve denotes hoop
strain, dashed curve denotes axial strain.

Discussion

The results in Table 23 reveal that vessel fatigue
life at the 91% load level depends on the wave shape of
the pressure pulse. The mean life for vessels tested
under the sinusoidal wave was 75 000 cycles, with a
standard deviation of 100 000 cycles. The mean life
for vessels tested under the rectangular wave was only
12000 cycles, with a standard deviation of 15 000
cycles. Because of the large spread in the fatigue data,
the mean lifetime values are only relative. We use these
hifetimes only to conclude that vessels last approxi-
mately six times longer when pressure is applied in the
sinusoidal wave si.ape than when pressure is applied in
the rectangular wave shape. Thus, we believe that the
time at peak pre.sure is a significant factor in deter-
mining the fatigue life of these ‘omposite pressure
vessels at high fiber stress levels.

At first, we believed that pressure vessel fatigue
lite might be governed by the stress rupture properties
of the vessels. If this were so, the total time at the peak
pressure in the rectangular pulse tests would correspond
to 1he stress rupture life. However, our stress rupture
data indicate that this conclusion is not valid. The ves-
sels tested in stress rupture lasted much longer than is
predicted by summing the total time at peak pressure
for the rectangular wave fatigue tests (minimum 0 h,
maximum 21 h, mean, 4.5 h).

Hence, we conclude that the fatigue life of the
vessels at the 91% load leve! depends on both the num-
ber of stress cycles and the time at peak pressure during




each cycle. Because the relative influence of these two

factors is unknown, it is not clear whether the data

presented here can be extended to other wave shapes
and cyclic test rates. Furthermore, because the cyclic
lifetimes vary fifty- to sixty-fold, statistically valid
experimental determination of design data for different
cyclic conditions will require a large number of
specimens.

We have tested pressure vessels only at one high
stress level, 91%, and our data do not predict the cyclic
lifetime at lower stress levels. We did not rest vessels at
the lower pressure levels (e.g., 50%) which would be
closer to actual applications for such pressure vessels
because prehiminary tests at the 80% load levei indi-
cated extrenely {ong lifetimes. Thus, testing 25 speci-
mens at such levels wor * be toc time consuming and
too expensive.

To obtain some idea of how the fatigue life might
vary as a function of stress level, we made two assump-
ions. First, we assumed that the distribution of burst
pressures for the 25 vesse!s that were burst tested exact-
ly represent the distribution of expected burst pressures
for each additional set of 25 vessels taken from the
population of 150 vessels. Second, we assumed that
there was a one-to-one comrespondence between the

expected burst pressure and the vessel fatigue life; i.e..
the vessel with the highest expected burst pressure was
the one with the greatest fatigue life. On the basis of
these two assumptions, the actual upper stress level
expected during the fatigue testing was calculated (sce
Table 22).

Using these expected upper stress levels, we plot-
ted the cyclic lifetimes for both sinusoidal and rec-
tangular pressure cycling (Fig. 34). If the assumptions
that led to this figure are correct, extrapolation of the
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Fig. M. ratigue life at assumed peak cyclic stress levels for
10.2-cm-diameter pressure vessels: ° denotes failure of vessels
under sinusoidal cycling, | denotes failure of vessel under re.
ctangular cycling. Vessels that failed at less than one cycle are
plotted at one cycle.

data in this figure indicates a very long vessel fatigue
life at an upper stress level of 50%.

Almost all the failures of the filament wound ves-
sels originated in the hoop wraps: the hoop wraps are
somewhat like a unidirectional composite tube that is
being stressed biaxially. Because the macroscopic com-
posite strain is elastic, we can estimate from Fig. 33
that the axial strain change (perpendicular to the fiber
direction) was about 1% per cycle, and that the hoop
strain change was about 1.5% per cycle. However,
the strain in the axial direction is deceiving because the
hoop composite already has cracks parallel to the fibers.
For this reason, these results could not be duplicated
by biaxially testing a simple unidirectional composite
tube for the same strain ranges.

The re-ults presented here should not be extended
to other load levels or to other strain rates without ex-
tensive testing of cylindical pressure vessels where fail-
ures originate outside of the relatively uniformly
stressed hoop wraps. The composite vessel is not a
unidirectional structure in the head region and the stress
state here differs trom that in the hoa, wraps.

Full-Scale Kevlar 49/ Epoxy Pressure
Vessels with Polymer Liners®* 2!

Vessel Design

In the previous experiments.?* we designed and
tested four 10.2-cm-diameter pressure vessels lined
with aiternating layers of rubber and polymer (Figs. 24
and 25). On the basis of that design, we fabricated two
proportionately larger vessels, one 20.3 ¢m in diameter
(approximately twice the size of the 10.2-cm-diameter
vessel) and one 38 ¢m in diameter (4 full-size replica
of the one used in the NASA tests).

Twenty-one 20.3-cm-diameter vessels were
wound. the first three with 380-denier Keviar 49 fiber
and the rest with 1420-denier fiber. Both denier fibers
had comparable tensile strengths so that the change did
not degrade vessel performance. (Ten tensile tests on
the 1420-denier fiber/epory strands gave an average
fiber stiess of 3360 MPa vs 3510 MPa for the 380-
denier fiber strands.) In addition, by switching to the
larger denier fiber, we reduced fabrication time to less
than one 8-h shift rer vessel. After w inding and testing
cight vessels, the . inding paticrn was tived (Table 24).
Vessels intended for permeation studies were wound
on Saran-coated mandrels,

Five 38.cm-diameter vessels were wound, four
With a special d-end, 4560-denier roving (Fig. 3§);
the winding time was approximately 10 h per vessel.
The fitth vessel was wound with 1420-denier fiber
in 22 h. Once again. fiber choice was based on the
length of winding time (10 h v 22 h) and on tensile
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Table 24. Performance and winding pattern of the rubber-lined, 20.3-cm-diameter Kevlar 49/epoxy pres-
sure vessels (0.5-mm-thick liner, 23°C test temperature).

Vessel No.

Property Kl K2

K3

K4

Vessel Data-

Burst pressure, MPa
Failure location"

Fiber performance,
MPa m*/kg

Composite performance,
MPa-mi/kg

Composite Data
Composite mass, kg
Fiber mass, kg

Fiber content, vol%
Winding Data'

Winding tension
Longitudinal angle, deg
Hoop/longitudinal

fiber ratio

Layers (interspersing):
hoop

longitudinal

1.7

20(8 - 12)
14(none)

26(8 - 18)
16(none)

Total winding circuits:

hoep

longitudinal

Extra reinforcement at

the equalor, circuits

Epoxy Resin Data*

Gell cycle, b/ C

Cure cycle, h/°C

8952
8316
Hoop 80 +
Helical 95

9341
9216

Hoop 130

16/21
3/80

58/21
3/80

28(8 + 18)
16(none)

6354
9216

Hoop 126

18/21
3/80

H

0.384

0.271

0.8653
0.6110
66.5

17.8
7

LS L5 L.5§
28¢8 + 20)

16(none)

16(4 + 12)
8(none)

16¢4 + 12)
8(none)

164 + 12)
8(none)

6354
9216

2464
2448

2624
2592

2600
2592

Hoop 30 Hoop 35 Hoop 40
18721

3/80

18/21
2/121

18/100
3/176

“Vessel volume a constant 9.453 x 10-' m*.
"H - hoop failure, F - fiting failure. K - knuckle failure.
'A 36-band, closed winding pattern was used for all vessels.

“The resin system XD 7818/ T-403 (100/49 paris by weight) was used for all vessels.

strength. (Eight elongated NOL. rings were wound with
1420-denier fiber and cight with 4560-denicr roving:
the 1420-denier fiber had an average failure
2740 MPa and the $560-denier roving had an average
Failure stress of 2590 MPa.) Table 25 lists the finai wind-
ing pattern, Table 26 summurizes the pattern design for
the three vessel sizes (see Fig. 24). and Fig. 36 gives
a physical comparison of the three sizes of vessels,

stress ot

Vessel Tests

To determine the effects of scaling up the vessel
design, we tabricated 20, 3-cin-diameter, polymer-lined
Presure vesseds and subjected them to brrst, permea-
tion, and fatigue tests. When we stubjected i0 of the 2|
vessels wound 1o burst tests (see Table 24,27, and 28),
several problems were encountered. First, there was
significant liner leakage with four of the vessels, Sec-
ond, the average composite performance was low,
partly because end failures were the primary mode of

failure. The axial .nd hoop strain measurements for
onc of the vessels are plotted in Fig. 37. A photograph
of a failed vesse! where hoop tailure way the primary
failure mode is given in Fig. 38.

Because of the obvious fmlure of the Parylene C
and Saran coatings, we made several changes in the
manutacture and repair procedures. This liner leakage
problem, the various attempted colutions, and the re-
sults obtained are discussed in the tollowing section.

We subjected four of the 20.3-cm-diameter ves-
sels to the nitrogen gas permeation test. All vessels
leaked to zem pressure in Just a fow days. We then
fatigue cycled four other vessels and tound significamt
hiner leakage after less than 40 cycles. Suspecting
lack of total cure of the butyl rubber liner, we post-
cured the remaining three vessels (originally scheduled
for testing by NASA) ot 121 °C for 3 h. One of these
vessels was burst tested and the other Wo were cyeled
0 70 of the expected burst pressure. A burst pressure
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Fig. 35. Mandrel design for the 38-cm-diameter pressure ves-
sels.

of 27.6 MPa was obtsined with no sign of liner leak-
age. The iwe cycled vessels survived 100 cycles and 23
cycies; failure was found to be caused by leakage
through the liner. The liner leakage problem was not
fully understood at this point in the experiment.

We also fabricated and burst tested four 38-cm-
diameter vessels. The first vessel could not be burst
because the rubber liner leaked (the liner was of poor
quality). All subsequent 38-cm-diameter vessels were
coated before and after winding in an attempt to pre-
vent liner leakage. The second vessel failed in the hoop
wraps at 34.8 MPa (compared to the 41.4-MP. design
pressure). The third vessel leaked excessively at 34.5
MPa; leakage was found to be causcd by failure of the

Table 25. Winding pattern for the 38.1-cm-diam-
eter Kevlar/epoxy* pressure vessels.

Property Valve
Winding tension, N 26.7
Lonpitadinal angle, deg (min) 9(39)
Winding pattern 36-ban<, closed
Layers {interspersing): hoop 23 + 18)
longitudinal 13 (8H + I0L + 18H)
Total winding circuits: hoop 2440
Inrgitudinal 4320
Extra reinforcem.ent at the
cquator, clicuits $6 revolutions per end

‘Epoxy system XD 7575.02/XD 7818/ERL 420¢/Tonox 60-
40 (50/30/30/38 parts by weight), gelled for 88 h 2t 22°C and
cured for § h 9t 120°C.

Table 26. Summary of the winding pattern design
(wall cross section) for the 10.2-, 20.3-, and 38.1-
cm-diameter pressure vessels.

Vessel diameter, cm

Pattern 10.2 20.3 38.1
Thickness of butyl
rubber liner, cm 0.05 0.05 0.05
Inner hoop wraps,
cm wound at deg 0.018at 90 0.06 at 90  0.19 at 90

Longitudinal wraps,
cm wound at deg
Outer hoop wraps,
cm wound at deg 0.035at90 0.18at 90  0.48 at 9¢

0.036 at 12.5 0.132t7 0.43 at 9.67

inside liner coating at the edges of the flanges on the
aluminum bosses. The fourth vessel burst a; 35.1 MPa
with failure occurring in the hoop wraps.

Because composite performance of these initial
four vessels was low (0.212 MPa-m?*/kg), a fifth
vessel was wound using 1420 denier fiber instead of the
4560 denier fiber. This vessel burst at 32.4 MPa. A
high pressurizaiion rate was used during this burst test
because of the leakage problems and this rate may have
contributed to the poor performance of this fisth vessel.
All subsequent vesscis were wound from the 4560 de-
nier fiber. The sixth vessel wound failed at 37.2 MPa.
The winding pattern for the 38-cm-diameter vessel
design was fixed after this sixth vessel and four ad-
ditional vessels were wound with this pattern. Table 29
gives the winding pattern details and the burst test 1e-
sults of the last four vessels. The average composite
performance of these last four vessels was 0.236
MPa-m*/kg for a vessel volume of 43.5 x 10% cm*:
The average burst pressure was 36.0 MPa.

The relatively low performance of these vessels is
attributed to (1) a thick-wall effect. (2) the winding
pattern, and (3) residual stresses. A photogruaph of a
typical vessel failed in the hoop wraps is given in Fig. 39
and thz recorded hoop strains of the 15-8 and 15-9 4 ey.-
sels (Table 29) are given in Fig. 40. Axial strain mea-
surements are not given in Fig 10 because erratic gage
behavior resulted in errencous measurerents.

Liner J .cakage Problem

The rubber/polymer, multilayered liner used
successfully in the 10.2-cm-diameter vessel design
failed consistently in the 20.3- and 38-cm-diameter vex-
sels. [n both of the larger vessel designs, the quality ot
the butyl rubber was poor. In the carly 20.3-cm-diam-
cter vessels, many liners were pitted in the dome sec-
tion (Fig. -H). We also found that the butyl rubber was
not completely cured. The subsequeni vapor depasition
of the Parylene C onto the incompletely curcd rubber
resulted in a cell-likc formation (see Fig. 42) with
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Fig. 36. Photograph of the 10-cm-diameter, 20-cm-diameter, and 38-cm-diameter pressure vessels tested in this study.
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Fig. 37. Recorded axial (dashed curve) and hoop (solid curve) Fig. 38. Photograph of the hoop failure of the K-S, 20.3-cm-
strains for the K-23, 20.3-cm-diameter, rubber-lined Kevlar 49/ diameter pressure vessel.
epoxy pressure vessel.
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Table 27. Performance of rubber-lined, 20.3-cri-diameter Kevlar 49

liner, 23°C test temperature).

/epoxy” pressure vessels (0.5-mm-thick

Vessel No.
Property K8 K19 K20 K21 K22 K23

Vessel Data"
Burst pressure, MPa 31.88 28.34 28.96 31.51 29.41 29.17
Failure location* H.FK F F K F
Fiber performance,
MPa m'/kg 0.445 0.432 0.4492 0.445 0.392 0.399
Compnsite performance,
MPa -m'kg 0.313 0.313 0.321 0.348 0.290 0.289
Composite Data
Composite mass, kg 0.9620 0.8566 0.3526 0.85%6 0.95%4 0.9553
Fiber mass, kg 0.6768 4.6196 0.6189 0.6694 0.7101 0.6%07
Fiber content, vol% 66.4 68.4 68.5 68.4 70.0 68
Winding Data*
Winding tension, N 17.8
Longitudinal angle, deg 7
Winding pattern 36-band, closed
Hoop/longitudinal
fiber ratio 1.5§
Layers (interspersing): hoop 16(4 + 12)

longitudinal 8(none)
Total winding circuits: hoop 2592

longitudinal 2592
Extra reinforcement at
the equator, circuits 40 per end

“Epoxy system is XD 7818/T-403 (190/49 parts by weight), gelled for 18 h at 88 C and cured for 3 h at 190 C.

"Vessel vcluine is a constant 9.453 x 10-' m-.
‘H - hoop failure, F - fitting failure. K - knuckle failure.
“"Winding da‘a are the same for all six vessels.

no coating at the boundaries of the cells. We deter-
mined that vaporization of dissolved solvents in the
rubber was the cause of this problem. The problems
with the Saran-lined vessels may have resulted from
the fact that we painted the Saran coating on the larger

Table 28. Averaged performance of vessels K8,
K19, K20, K21, K22, and K23.

Property Average Value CV, %
Vessel Data“
Burst pressure, MPa 29.87 s
Failure location Fitting -
Fiber performance,
MPa m'/kg 0.426 6
Compoite performance,
MPa m kg 0.312 7
Composite Data
Composite mass, kg 0.9069 6
Fiber mass, kg 0.6642 6
Fiber content, vol% 68.4 2

“Vessel volume is # constant 9.483 « 10 ' m .

'i
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mandrels: apparently. this did not give as good a coat-
ing as spray application.

Four micrographs of wall sections taken from ves.
sels with these lincr problems are shown in Fig. 43.
The dark centermost zone in Figs. 43a and 43b iy the
rubber liner of a 20.3-cm-diameter vessel. These two
micrographs dramatize the extent of the voids typically
found Figures 43¢ and 43d illusirate one effect of an
inadequately cured rubber liner: in this instance. the
rubbei migrated into the composite wall of the vessel
(10.2-cm-diameter) during composite curing. Post-cur-
ing the buty! rubber for 3 h at 121 C il did not solve
the problem. Static burst tests were successtul but
cyclic fatigue testing resulted in rapid tailure in the
liners.

Early 38-cm-diameter vessels could not be burst
because of excessive liner leakage. We tried various
coating schemes to prevent this. The rubber liners of
the second and third 38-cm-diameter vessels were
coated with two layers of Saran separated by a layer
of flexible epoxy before winding, und coated inside
with urethane rubber after winding. Both vessels wtill




Table 29. Performance of rubber-lined, 38.1-cm-diameter Kevlar/epoxy pressure vessels (0.102-cm-thick

liner, 23°C test temperature).

Vessel No.

Pregerty 18-7 15-8 159 15-1¢
Vessel Data*®
Volume, m* 43.528 43.528 43.528 43.528
Burst pressure, MPa 7.5 38.2 36.6 .S
Failure location" K K H H
Fiber performance,
MPa-m/kg 0.342 0.323 0.338 ¢.326
Composite performance,
MPa-m'/kg 0.247 0.23% 0.248 0.2
Composite Data
Composite mass, kg 6.600 6.678 6.500 6.728
Fiber mass, kg 4.770 4.7492 4.7516 4.609
Fiber content, vol% 68.2 67.2 69.2 [ X

“See Table 9 for vessel winding pattern.
"H = hoop failure, F - fitting failure, K = knuckle failure.

leaked because of fuilure of the inside coating 2i the
edges of the flanges of the alu: inum bossas,

We also evaluated several coaii.g systems for
their ability to patch leaking rubberliner vessels. All
tests were made with 20.3-cm-diameter vessels: Table
30 summarizes these results. The best sysiem, based on
successful burst tests and processing ease, was the
Mereco 4501 epoxy applied in thicknesses of 0.76 0
1.27 mm.

Fig. 9. Photograph of the hoop failure of a I8-cm-diameter,
Keviar 49/epony pressure vessel.

' e
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By modifying the coating technique used for the
outside of the rubber mandrel and by choosing a suc-
cessful filament wirding pattern, we were able to
manufacture 20.3-cm-diameter, polymer-lined Kevlar/
epoxy vessels that held nitrogen gas at about 50% of
the vessel burst pressure for 2 mo with a steady state
leak ratc of less than 0.4% per month. Four vessels
then were fabricated in the samne way, except that the
following coating procedure was used. First, the man-
drel surface was cleaned with acetone and allowed to
air dry for 2 h. Ti.en, a 0.005-cm-thick layer of XD 7151
Saran latex was appiied. Next, two separate coatings
of epoxy (XD 757< 02/DER 732/ethanolamine, 80/20/
11.9 parts by we.zh:) were applied approximately 4 h

1.6
1.2
R
S 08
]
0.4

0 |1 1 1 1 1 |
O 5 10 15 20 25 30 35 40

Pressure, MPa

Fig. 40. Recorded hoop strains for the 1S-8 and 15-9, 38-cm-
diameter, rubber-lined, Keviar 49 epoxy pressure vessels.
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Fig. 41. Photograph of the interior of the K-11, 20.3.
cm-diameter pressure vessel showing the pitted Parylene C liner.

apart; a total of about 50 g of epoxy was used. Another
layer of Saran latex XD 7151, 0.015 cm thick, was
applied. Finally, the vessel was painted with the epoxy
XD 7818/T-403.

One other change made in the vesse! fabrication
procedure was that the winding tension for the first
two hoop layeis and the first longitudinal layers was
reduced from 17.8 N (normal tension) to 8.9 N. These
changes in coating procedure and winding tension al-
leviated the nroblem of coating cracking sufficiently so
tha: the vessels would hold nitrogen gas at 50% of
burst pressure. Unfortunately, these vessels all leaked
fluids at about 70% of the expected failure pressure
when we tried to burst them after the gas permeation
test.

Fig. 42. Photograph of the interior of the K-9, 20.3.
cm-diameter pressure vessel showing the cell-like structure of the
Parylene C liner.

On the basis of our results, we speculate that the
most likely cairses of liner failure in the 20.3-cm-diam-
eter vessel are (1) increase in the pressure in the 20.3-
cm-diameter vessel over that in the 10.2-cm-diameter
vessel, (2) poor quality of the rubber liner, and J)
cracks in the composite matrix that propagate into the
polymer liners.

New Concepts

Several new liner material systems and design
concents were studied in an attempt to solve the prob-
lems Jescribed above. Specifically, we considered (1) a
styrenie liner with a 0.20-10-0.28-mm-thick coating of
Saran, (2) a styrene liner with a 0.075-10-0.13-mm-thick
coat'ng of flexible epoxy, (3) a one-piece, 0.75-mm-thick

Table 30. Various liner coatings tested in an attempt to improve pressure vessel performance (i.e., increase

burst pressure, decrease permeability).

No. of

Costing tests Successful Thickness
Terco S148
(solvent coating) ] No 0.13
50% Dow Corning 92-009
in UM and P (nuphtha) 1 No 0.84
Hexrul 7200
iurethane) 2 No 0.51
Butany CTL. 11/
ERL 9510/N,N-DMHBA
(polybutadine rubber)" " 1 Yes 0.7¢
Mereco 4501
(epoxy) 2 Yes 1.27 et test

0.76 2nd test

*100/10/0.5 parts by weight.
"Mucerial mere viscous than desirable.
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Fig. 43.  Photomicrogruphs of four wull sections illustrating some of the problems with the liners: (a, h) 20.3-cm . Hiameter vessels with
voids, (c, d) 10.2-cm-diameter vessels with rubber migration.
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Fig. 4.  Photograph of an ABS-lined pressure vessel wound with the
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ABS liner, and (4) a joined two-piece, 0.75-mm-thick
ABS liner. Fiber Science Co. was contracted to supply
the ABS liners; they were not able to fabricate the
one-piece ABS liner so this concept has not been eval-
uated. All vessels tested with these new liners were
10.2 cm in diameter and were wound as described in
the previous study.

The coated styrene liners gave poor performance.
Leaks developed in four vessels at pressures below 10.3
MPa. Liner cracks were evident in the tested vessels.
The general quality of these liners was poor; they
seemed to po:sess insufficient flexibility for the appli-
cation. Four addiiional vessels with coated styrene
liners burst during pressurization at pressures below
14 MPa. The failures in these vessels were located in
the end or knuckle regions and may have originated
near the edge of the boss flange or at nonsymmetrical
regions of the liners.

Seven vessels with the two-piece ABS liner were
manufactured. The first two vessels used a single
winding pattern. One of these vessels was burst at
15 MPa for a performance factor of 0.138 MPa- m¥/kg:
failure was in the hoop wraps. The second vessel
wound with the single pattern leaked. The cause of this
l:akage was thought to be poor alignment between the
liner halves. The last five vessels with the two-piece
ABS liner used the double winding pattern in an attempt
to improve vessel performance so we could evaluate
liner performance at higher pressures. The best per-
forming of these vessels burst in the hoop wraps at
36.8 MPa for a performance factor of 0.23 MPa-m?/
kg. The totar vessel weight of this vessel was 148 g, of
which the liner contributed 30 g and the bosses 31 g A
photograph of a burst ABS-lined vessel is given in
Fig. 44,

Of these new liner systems, only the two-piece
ABS liner produced a high performance vessel. These
liners, however, are heavier than the earlier polymer
liners. In addition, we did not perform any permeation
or fatigue cycling tests nor did we fabricate any larger
vessels with these new liners. Therefore, we cannot
advocate their use at this time.

Conclusions

From these studies of Kevlar fiber/epoxy pressure
vessels with various polymer liners, we draw the fol-
lowing conclusions:
® The 10.2-cm-diameter, cylindrical, Kevlar/epoxy

pressure vessels lined with combinations of chloro-
butyl rubber, Saran, and Parylene C have a nitro-
gen gas pressure loss rate of less than 1% per month
when pressurized to 65% (about 11.7 MPa) of their
expected burst pressure at 21°C.

iy
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These same 10.2-cm-diameter pressure vessels
have a composite performance factor of approxi-
metely 0.370 MPa- m3/kg or a performance factor
based on total vessel weight (excepting the metal
fittings) of approximately 0.200 MPa- m*/kg.
Comparison of the calculated pressure loss rates
with the experimental values indicates that the
Parylene C coating may be just as effective as Saran
for reducing the nitrogen gas loss.

The fatigue life of the Kevlar/epoxy pressure ves-
sel depends on both the number of stress cycles
and the time at peak load during each stress cycle.
The fatigue life of the Kevlar/epoxy pressure ves-
sels cycled to 91% of the mean burst pressure can
range fifty- to sixty-fold. The burst pressure of 25
vessels randomly selected from a population of 150
identically manufactured vessels has a CV of 4.5%
when all vessels fail in the same location (i.c.,
hoop wraps).

The fatigue life of the Kevlar/epoxy vessels cycled
sinusoidally between 4 and 91% of the mean
burst pressure at a test rate of 1 Hz is about six
times longer than the life for vessels cycled with
a rectangular pressure cycle at a test rate of 0.33 Hz.
Scaling up of the 10.2-cm-diameter, polymer-lined
Kevlar/epoxy pressure vessel was not successful
because of a persistent problem with liner leakage.
Of the new liner concepts tested, the two-piece
ABS liner with a double pattern overwind was a
limited success. This liner gave good performance
without leakage during pressurization. However
the ABS liner was tested only in a 10.2-cm-diam-
cter vessel and no gas permeation or fatigue cycling
tests were performed.

Liners of pure Parylene C leak. Styrene liners were
of poor quality and were not flexible enough, re-
sulting in leakage during pressurization.

At the present time, there is no proven polymer
liner system that offers the required low permeabil-
ity and high flexibility.

Nonleaking polymeer liners arc three times as thick
as successful titanium-liners. Hence, there are no
significant weight savings in using polymeric ma-
terials. The lack of consistency of the polymer
liners as leak-free systems also indicates that with
present technology, they are unreliable.

In addition, polymer liners are of limited use be-
cause they only prevent the permeation of nitrogen
gas. They do not successfully meet the cyclic life-
time requirement. However, recent fatigue results
with thin titanium liners indicate that sufficient
fatigue life can be obtained.

Because the present polymer liners must be th cker
than metal liners to be impermeable to nitrogen
gas, any possible weight saving is cancelled. Also,




polymer liners do not meet the fatigue lifetin 2
requirements. Thus the major reasons for using
polymer liners in composite pressure vessels are no
longer valid.
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